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HOLE NO.
- 1+ PRGJECT
ODEPARTHMENT OF THE ARMY o . . SHEET OF
oivision __Southwestern %Wm,
INSTALLAT 10N Galv Dist, Eng Div
3- DRILLING AGENCY ]
DRILLING LOG U. S. Army Corps of Engineers
u- HOLE NO. (A% whown on draeing Fitle end File yo., 5- NAME OF DRILLER
38T-2 Watts
" DIRECT ION OF KOLE T- THICKNESS 8- gEPTH 9. TO;A&
BTERTES WITH OF OVER— RILLED DEPTH OF
CJ verTical | £ tcLinED  fygrTicaL BURDEN tNTO ROCK woie  +0.0
10~ SIZE AND TYPE OF @17 11- DATUM FOR ELEVAT EON SHOWN 12+ MANUFACTURER'S DESIGNATION OF DRILL
Shelby Tube - 3" (TBM of mSL)
1%- TOTAL NO. OF OVERBURDEN SAMPLES TAKEN 14 TOTAL 15+ ELEV. 16- BTt ROLT
DISTURBED UN RO, COR ROUN STARTED DMPLETE
2 Jars 6 Cont - Bmg € S.?ERD Fhec 1% Dac 1963
17- E£LEV. TOP OF WOLE |18- TOTAL CORE RECOVERY FOR 19. SIGNATURE OF INSPECTOR
2/ 7 BORING (%)
oo T CORE[BOY OR
0ePTH | LEGERD CEASSIFFE:IJ?z'?inHﬁTERIALS RECOV-{ SAMPLE| (Dr iiling time, water loss, depth of
(D ) ERY |- NO- weathering , ete ., if .J‘nlf.le-nl,
2.0 4 .90.0-1.0 Gray sand /Lr clay W
—] | Cont. 1 4,0
m O B
2.0 | 4.0 Cont, 2 4,0
4.0 | 6.0 Tan w/gray clay v/stlff e,
] m01st e L %% Cont. 3 3.0
o g .
= LAY B
6.0 | 8.0 Tan clay stiff w/tr sandstone S
3 nod Cont. & 1.0
- e m gt e s st TN e i R T S - S } 'T“!u"\
8.0 | 10.04 Tan silt w/clay seams and , | 2 ;;%f )
3 sandstone nod med moist Fee - égg'ff Cont, 5 0.5
10.06] 12,0 Tan 51lty sand flne w/tr
. gsandstone nod, wet s Jar 1
12.0] 14,04 Tan silty sand w/thin clay
- seam soft Cont. 6 0.25
D — .
14,0 1o, Tan fine silty sand wet
] w/thln clay seam - Jar 2
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