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SPT Dry Wet 
S# Depth PP Blows Visual USC Mc Unit Unit LL 

(ft) (tsD per Classification (%) Wt Wt (%) 
Foot (pcO (pcO 

1 0·2 0.50 Sandy ClaY,w/grass roots,Medium stiff,Dark CL 25.2 
Gray 

2 2·4 0.75 Sandy Ctay,Medium stiff,Gray CL 17.2 

3 4·6 0.75 Sandy Clay,w/fer nod,Medium stiff,Yeliowish CL 16.0 108.9 126.4 29.0 
Gray 

4 6·8 1.25 Sandy Clay,w/fer nod,Stiff,Yellowish gray CL 18.3 

5 8·10 2.00 Sandy Clay,w/fer nod,Very stiff,Yellowish CL 16.7 
Gray 

6 10·12 2.25 Sandy Clay,w/fer nod,Very stiff,Yellowish CL 15.4 110.9 128.0 36.0 
Gray 

7 12·14 Clayey Sand,Medium dense,Gray SC 19.1 

8 14·15.5 14 Silty Sand,Medium Dense,Gray SM 19.6 

9 16.5·18 12 Silty Sand,Medium Dense,Gray SM 18.6 

S # : Sample Number, P P : Pocket Penetrometer Reading, USC: Unified Soil Classifcation, Me: Moisture Content 
q u : Uncogined Compressive Strength, W 0 H : Weight of hammer, WOP: Weight of Pipe 
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16.0 
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Mechanical Analysis Torvane 
% Passing Shear qu 

Strength 
#10 #40 #100 #200 (tsO (tsO 

100.0 86.8 19.7 16.6 

rag.: 26 "r " 
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