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Boring Sample 
Sample Water Liquid Plastic Plast. 

Finer than 

No. Number Depth Soil Description uses Content Limit Limit Index #200 Sieve 
(ft) (%) (%) 

04-200 
1 0-1.5 Grav POORLY GRADED SAND SP 25.5 NV NP NP 3.3 
3 10-11.5 Grav POORLY GRADED SAND with traces of shells SP 21.2 
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I Particle Size Analysis (ASTM D 422) 
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200 100 10 1 0.1 0.01 ,..------- 0.001 
GRAIN SIZE - mm 

% GRAVEL % SAND % FINES 
%+3" 

1 CRS. FINE CRS. MEDIUM FINE SILT CLAY 

0 0.0 0.0 0.2 0.8 1.9 93.8 3.3 

SOIL DATA 

SYMBOL SOURCE 
SAMPLE DEPTH 

DESCRIPTION USCS 
NO. (ft.) 

0 04-200 1 0-1.5 Gray POORLY GRADED SAND SP 
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