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SUMMARY OF LABORATORY TEST RESULTS

Project.  Guif Intracoastal waterway near Sargent Beach, Texas Boring No. 92-126
Contract No. DACW64-92-D-0001
SPT Dry | Wet Torvane
S#| Depth | PP | Blowsa Visual Classification USC|{MC{ Unit| Unit| LL PL Mechanical Analysis Shear qu
{ft.) (tsf)y | par (%) | WL | WL | (%) | (%) % passing Strength
foot (pch | {pef) #4 | #10 | #40 | #100] #200| s | tsp)
i| 015 4 |Dark gray,Sand,loose,Silty,w/shall fragments SM | 276
2| 254 § |Gray,Sand,Loose,Silty, w/shell fragments SM| 215
34 557 000 1/ |GrayClayVery soft CH | 421
1-12"
4| 759 |0.00| 1/ |GrayClayVery soft CH | 399
1-12"
5 9-11 | 0.00 Gray.Clay,Very soft,w/silt pockets and shell frag- CH | 34.0| 87.2 | 1168 57 | 21

ments

S#. Sample Number, PP: Pocket Panetrometer Reading, USC: Unified Soil Classification, MC: Moisture Content

qu: Unconfined Compraessive Strength, WOH: Waight of Hammer, WOP: Waight of Pipe
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