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SUMMARY OF LABORATORY TEST RESULTS

Project:  Gulf Intracoastal Waterway near Sargent beach, Texas Boring No. 92-124
Contract No. DACW64-92-D-0001 Daelivery Order No. 0020 _
SPT Dry | Wet Torvane
S#| Depth | PP |Blows Visual Classification USC|MC| Unit | Unit| LL | PL Machanical Analysis Shear qu
(ft.) {tsfi | per (%) | Wt | Wt | (%) | (26} % passing Strength
foot (pef) | (peh #4 #10 | #40 | #100 | #200 (tsf) (tsh)
1 0-2 | 150 Gray,Ciay, Stiff,w/sand pockets and roots CH 233
2 2-4 1.00 Gray,Clay,Stiff,w/sand pockets CH 1342
3 4-6 1.50 Gray,Clay,Stiff, w/ferrous stains CH | 282
4 68 | 075 Gray,Clay.Medium stiff, w/ferrous stains CH | 251} 975 | 1220]| 50 | 20

S#: Sample Number, PP: Pocket Penetrometer Reading, USC: Unified Soi Classification, MC: Moisture Contant

qu: Uncenfined Compressive Strength, WOH: Weight of Hammar, WOP: Waight of Pipe
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