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SUMMARY OF LABORATORY TEST RESULTS

Project:  Gulf Infracoastal Waterway near Sargent Beach, Texas Boring No. 92- 121A
Contract No, DACW6E4-92-D-0001 Delivery Order No. 0020
SPT Dry | Wet Torvana
S#] Depth | PP | Blows Visual Classification USC{MC| Unit] Unit| LL PL Machanical Analysis Shear qu
(ft.) {tsf) | per (%) | Wt | Wt | (%) | (%) % passing Strangth
foot (pef) | (pcf) #4 #10 | #40 [ #100 | #200 (tsf) (tsf)
1 02 | 0.75 Gray,Clay,Medium stiff,w/roots CH 3786
2 24 | 050 Gray,Clay,Madium stiff,w/roots CH | 357
3 4-6 | 0.50 Gray,Clay,Madium stiff,w/calcareous nodules and CH ;338
ferrous stains
4 6-8 | 0.75 Gray,Clay,Medium stiff,w/farrous nodules CH | 305
5 8-10 | 0.25 Gray & yellowish brown,Clay,Soft,w/sand pockets CH | 321
and farrous nodules
6| 10-12 | 0.25 Gray,Clay,Soft,Sandy cL7[32.2] 92.0|1218] 46 | 20
\
71 12-14 | 0.25 Gray,Clay,Soft, Sandy /|l cL 288
8 |14.5-16{ 0.00 | W.O.P|Gray.Clay,Vary Soft,Sandy CL | 320 26 | 14
9 116.5-18| 0.00 | W.0.p| Gray,Clay,Very soft,Sandy ‘ ClL {342
~
1018520 W.O.p| Gray,Silt, Very loose,Sandy,w/clay seaams JlcL-ML 28.6 21 ] 14
11|20.5-22 W.0.P| Gray,Silt, Very loose,Sandy,w/clay seams ML | 31.7
12122.5-24 W.0.p| Gray, Silt,Very loose,Sandy,w/clay seams ML | 39.8
13 [24.5-26 W.0.P)Gray,Silt, Vary loose,Sandy,w/clay seams . ML | 36.8
\.

S#: Sample Number, PP: Packet Penetrometer Reading, USC: Unified Soil Classification, MC: Moistura Content

qu: Unconfined Compressive Strangth, WOH: Waight of Hammer, WOP: Waight of Pipe
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