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SUMMARY OF LABORATORY TEST RESULTS

Project:  Guif Intracoastal Waterway near Sargent Beach, Texas Boring No. 92-120
Contract No. DACWG64-92-D-0001 Delivary Ordar No. 0020 -
SPT Bry Waet Tervane
S#| Depth | PP |Blows Visual Classification USC|MC| Unit]| Unit{ LL | PL Machanical Analysis Shear qu
(ft.) (tsf) | per (%) | WL | Wt | (%) | (%) % passing Strength
foot {pef) | (pcf) #4 #10 | #40 | #100 | #200 (ts) (tsf)
1 02 | 075 Gray.Clay, Medium stiff, w/sand layer and roots CH | 328
2 24 Gray,Sand,Loase,Clay,w/shell fragments SC 209
3| 4586 7 [Gray,Sand,Loose,Siltw/clay layar SM | 273
4 6-8 {050 Gray,Clay,Medium stiff w/ferrous nodules CH | 33.5| 87.0| 1162 54 | 21
5! 810 ) 0.00 Gray,Clay,Very soft 4z #Madisa €+t 278
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S#: Sample Number, PP: Pocket Penetromater Reading, USC: Unified Soll Classification, MC: Moistura Content

qu: Uncenfined Compressive Strangth, WOH: Weight of Hammar, WOP: Walight of Pipe
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