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SUMMARY OF LABORATORY TEST RESULTS

Project.  Gulf Intracoastal Waterway near Sargent Beach, Texas Boring No. 92-133
Conitract No. DACW84-92-D-0001 Delivery Order No. 0020 _=
SPT Ery Wet Torvane
S#| Depth | PP | Blows Visual Classification USC|MC| Unit| Unit| LL | PL Mechanical Analysis Shear qu
(ft.) (tsf) | per (%) | Wt | Wt | (%) | (%) % passing Strength
foot {pcf) | (pcf) #4 #10 | #40 | #100 | #200 (1sf) (tsf)

1| 015 | 0.00|W.0.P|Gray,Clay,Very soft CH 415

2| 254 | 0.00|W.0.P|Gray,Clay,Very soft CH 2’3}'

3 4-6 |0.00 Gray,Clay,Very soft CH ;

vy Yo e co |&F |2 |72z Q=

4 6-8 | 0.00 Gray,Clay,Very soft CH | 389

5 | 8.5-10 | 0.00 | W.O.P{Gray.Clay,Very soft CH (\51.0

6 | 10.5-12| 0.00 | W.O.P|Gray,Clay,Very soft CH |.374

7| 12-14 | 0.00 Gray,Clay.Vary soft CH 35.3| 85.7 | 115.9] 63 | 22

8| 1416 | 0.00 Gray,Clay,Very soft CH | 36.9

9| 16-18 | 0.00 Gray,Clay.Very soft CH | 375

10 18-20 | 0.00 Gray,Clay,Very soft CH | 36.8

11 20.5-22{ 0.00 |W.O.P|Gray,Ciay,Very softw/sand pockets CH | 38.1 59 | 23 [ 1000 998 | 996 | 987 | 942

12} 22.5-24| 0.00 | W.O.P|Gray,Clay,Very soft CH | 448

13| 24-26 | 0.00 Brown,Clay,Very soft CH | 430

S#: Sample Number, PP: Pocket Penstromater Reading, USC: Unified Soil Classification, MC: Moisture Content
qu: Unconfined Compressive Strength, WOH: Waight of Hammer. WOP: Woeight of Pipa
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