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Gulf Intracostal Waterway near Sargeant Beach, Texas

GContract No. DACW64-81-D-001,

Delivery Order No. 0022

j
“SUMMARY OF LABORATORY TEST Af

Boring No. 91-265: t
il
sPT Dry | Wet Mechanical Analysis Torvane
Depth PP | Blows Visual USCL Mc Unit | Unit | LL | PL Lo Passing Shear qu
Sa (ft) (tsfy{ per Classification (%) Wt Wi | (%) | (%) Strength| (tsf)
Foot (pefy | (peh) #4 #40 {#100|#200] (tsf)
1 0-2 0.50 Brown,Clay, Mtadwmmﬂ w/Sand seams CH | 42.9
-
2 24 1.00 Gary.CIay.Suff,w/Shell fragments & roots CH [ 29.7 | 89.9 |116.8] 52 | 22 99.2' 77198.3" 89.4 0.51
3 4-6 1.50 Brown,Clay,Stiff, w/Ferrous nodules CH | 25.2
4 6-8 1.75 Brown,Clay,Stitf, w/Sand pockets CH | 3¢.%
5 8-10 0.25 Brown,Clay,Soft,w/Shell fragments CH | 33.7 ”}g 0.10
>l"||:
6 10-12 | 0.25 Brown,Clay,Soft,w/Shell fragments CH | 456 | 75.4 [100.8] 60 [ 23 [oso. sﬁ@w 98.3" 91.2| o0.10 { 0.16
‘1#
7 12-14 1 0.25 Brown,Clay,Soft,w/Shell fragmenis CH | 521 0.10
8 14-16 | 0.25 Gray,Clay,Soft,w/Shell CH | 484
9 16-18 | 1.00 Gray,Clay, Stiff CH | 3g.2
10 18-20 | 1.75 Gray,Ciay, Stitf CH | 325
11 20-22 | 1.50 Gray & vyellowish brown,ClayMery stiff,w/ CH | 324 89.0 {117.9 99.5 g92.0
Ferrous nodules
12 22-24 | 2.50 Gray & yellow,Clay Very stiff,w/Calcareous CH } 27.5
nodules
13 24-26 | 3.00 Brown,Clay,Vary stiff,Sandy CL | 18.5

S # : Sample Number, P P : Pocket Penetrometer Reading, U S C : Unified Scil Classification, M ¢ : Moisture Content
g u : Unconfined Compressive Strength, W O H : Weight of hammer, W O P : Weight of pipe-
* : Material retatned are shell fragmants




