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Projec. Gulf Intracostal Watarway near Sargeant Beach, Texas ~. 3UMMARY OF LABORATORY TEST RESULTS )
) Contract No. DACW64-91-D-001, Delivery Order No. 0022 g
Boring No. 91-268"%“} i
gl
SPT Dry | Wet -il;g‘*fsl_schanical Analysis Torvane
Depth PP | Blows Visual UsSC| Mc | Unit | Unit | LL]|PL i % Passing Shear { gu
S () (tsfy | per Classification (%) Wi Wt | (%) (%) }ﬁ‘ : Strength] ({tsf)
Foot {pef) | tpef) #4 bigio | #40 l#100l#200] (1sf)
1 02 | 4.00 Brown,Clay,Very stitf,w/Roots CH | 21.6 i
2 2-4 1.50 Brown,Clay,Stitf, w/Roots CH | 23.1 i
3 4-8 2.25 Brown,Clay,Very stiff, w/Ferrous stains CH { 25.8 S
gl
4 6-8 2.00 Brown,Clay,Very stiff, w/Ferrous stains CH | 34.5. il
i
5 8-10 1.25 Gray & yallowish brown,Clay, Stiff,Silty CL | 28.0} 90.0 {115.2| 36 | 17 {100.0 ‘1}(1 C¢.0{100.0 90.8 | 0.30 | 0.24
i
S
& 10-12 | 0.50 Brown,Clay, Madium-.stitf CH | 36.2 %ﬂl§| ¢.30
b Hil
7 1214 | 0.75 Brown,Clay,Medium -stith,w/Farrous stains CH | 47.1 ] 74.3 |109.3| 50 | 19 {100.0 ?OO 100.0 100.0| 0.25 | 0.31
L
8 14-16 | 0.25 Brown,Clay,Soft,w/Ferrous stains CH | 41.9 il 0.10
fi
9 16-18 3§ 0.25 Gray,Clay,Soft,w/Ferrous stains CH | 59.2| 64.1 {102.1]| 81 | 22 1100.0 3“;"- . 100.0f 0.10 } 0.17
10 18-20 | 0.25 Gray,Clay,Soft,w/Silt pockets CH | 38.8
11 20-22 | 2.25 Red & gray,Clay,Very stiff,w/Calcarecus nodules | CH | 36.1
& Blocky structure
12| 2224 | 225 Red & gray,Clay,Very stiff,w/Calcareous nodules | CH [ 32.7 | 87.4 |11s6.8{ 84 | 31 [100.0l00.0{100.0 100.0 1.52
& ferrous stains
13 24-26 | 2.25 Red & gray,ClayVery stift,w/Calcarecus nodules | CH | 38.2
& blocky structure

S # : Sampla Number, P P : Pocket Penetrometer Reading, U S C : Unified Soil Classification, M ¢ : Maisture Gontent
q u : Unconfined Compressive Sirength, W O H : Weight of hammer, W O P : Waight of pipe




