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Project™

Gulf Intracostal Waterway near Sargeant Beach, Texas

Contract No. DACW864-91-D-001, Delivery Order No. 0022

Boring No.
SPT Dry Wet Torvane
Depth PP | Blows Visual USC} Mc | Unit | Unit | LL Shear | qu
S# (ft} (tsf) per Classification (%) Wt Wt | (%) | (%) Strength| (tsf)
Foot {pch | {pch #40 (#1001 #200] (tsf)
1 0-2 1.00 BrownClay,Stiff, w/Roots & Shell Fragments CH | 28.9
2 24 0.75 Brown,Clay,Medium stiff:w/Sand seams CH | 34.7 0.45
3 4-6 0.50 Gray,Clay,‘M‘ed«igE@ms#ﬂ.w/Blocky structure CH { 491 0.30
4 6-8 1.00 Gray & brown,Clay,Stiff w/Ferrous nodules & CH 1 48.3| 71.2 |105.8] 59 | 26 97.2 95.4 0.45 | 0.18
blocky structure
5 8-10 0.75 Brown,Clay Medium stidkw/Blocky structure CH | 49.3
6 10-12 | 1.00 Brown,Clay,Stitf,w/Blocky structure CH | 42.7
7 i2-14 | 1.50 Brown & gray,Clay,Stiff,w/Ferrous stains CH | 41.7 | 79.9 |113.3| 73 | 28 89.8 98.3 0.60
8 14-16 1.00 Brown & gray,Clay,Stiff, w/Ferrous stains & CH | 43.2
blocky struciure
9 16-18 | 1.00 Brown & gray,Clay,Stiff, w/Ferrous stains & CH | 43.5
blocky structure
10 18-20 | 1.28 Red,Clay,Stiff CH | 37.4] 838 |115.3} 72 | 28 100.0 100.0 0.69
11 20-22 | 1.00 Brown,Clay, Stiff CH 1314
12 22-24 1.25 Brown,Clay,Stitf,w/Silt  parting CH | 49.5
13 24-26 | 1.25 Brown,Clay, Stiff,w/Silt parting CH | 42.8 B e
R
14 26-28 | 1.00 Gray,Clay,Stiff, w/QOrganic matarial CH | 86.7 | 60.8 [101.31111} 39 {100.0 1@98 98.5 94.5 1.01
15 28-30 §0.75 Gray,Clay,Medium s##fw/Organic material CH 1 66.6

S # : Sample Number, P P : Pocket Penetrometer Reading, U S C : Unified Scii Classification, M ¢ : Moisture Content

q u : Unconfined Compressive Strangth, W O H : Weight of hammer, W O P : Weight of pipe




