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Projeci. _ Gulf Intracostal Waterway near Sargeant Beach, Texas —UMMARY OF LABORATORY TEST le-::S;ULTS
Contract No. DACW®64-91-D-001, Delivery Order No, 0022 ‘

Boring No.
SPT Dry Wat Torvane
Depth PP | Blows Visual USC} Mc Unit Unit | LL ‘ Shear qu
S & {f1) (tsf) per Classitication {%) Wt Wt | (%) ] (%) Strength| (tsf)
Foot {pef) | (peh #40 |#100{ #2009 (tsf)
1 0-2 1.50 Brown,Clay,Stiff, w/Roots & sand pockets CH | 39.9
2 2-4 1.75 Dark gray,Clay,Stiff CH | 21.8
3 4-6 1.00 Gray & vyellowish brown,Clay,Stitf,w/Farrous CH | 326 | 87.3 |115.8| 54 | 20 |100.0 '?99 98.7 94.0 0.40 | 0.44
nodules L
4 6-8 0.75 Brown & gray,Clay Medium stitf;w/Blocky CH | 42.4 0.40
structure
5§1{ 810 1.00 Brown & gray,Clay,Stiff,w/Blocky structure CH | 487 0.40
6 10-12 | 1.25 Brown & gray,Clay,Stiff.Silty,w/Ferrous stains CL | 38.8
7 12-14 | 1.25 Brown & gray,Clay,Stift Silty,w/Ferrous nodules | CL | 38.3 | 828 [114.8| 35 | 18 |100.0 88.7 88.7 0.78
8 14-16 | 1.00 Brown & gray,Clay,Stiff,Silty, w/Ferrous stains CL | 31.5
9 16-18 Brown,Sand,Loose,Silty SM | 23.5
10 18-20 | 1.00 Brown & gray,Clay,Stiff,w/Ferrous stains CH | 42.8
11 20-22 | 0.75 Brwon & gray.Clay Medium st CH | 50.8
12 22-24 | 0.75 Gray,Clay,Medium st w/Blocky structure & CH | 56.8)| 65,4 |104.1] 80 0.36
Ferrous nodules
13 24-26 | 0.75 Dark gray,Clay,Mediom st CH | 32.5
14 26-28 | 2.00 Dark gray,Clay,Very stiff CH {281
15 28-30 } 2.25 Otive gray,Clay, Very stiff, w/Ferrous stains & CH | 28.4
Calcareous nodules )

S # : Sample Number, P P : Pocket Penetrometer Reading, U S C : Unified Soil Classification, M ¢ : Moisture Content
q v : Unconfined Compressive Strength, W O H : Weight of hammer, W O P : Weight of pipe




