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Type of Specimen Undisturbed
Water content Wg 456 w % % %
— | Void ratio &g
g
E Saturation S % % % %
Dry density, Ib/eu ft Yd 71.7
Time to failure, min b 3.80
Unconfined compressive Qu
strength, T/sq ft .38
Undrained shear strength, T/sq ft Sy .19
Sensitivity ratio St
Initiai specimen diameter, in. Do 2.830
Initial specimen height, in. Ho 5.595
Classification Gray,Clay,Very soft
LL 88 PL 33 Pl 55 G,
Remarks Project Houston—Galvaston Navigetion
Chennel
Area Houston, Texas
Boring No. ©3-102 Sampie No. 7
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Project: Fro=ston-Galveston Navigation Channel SUMN:..___

Contract No. DACWE4-84-C-0040

-OF LABORATORY TEST RESULTS

Bering No. 93-102

SPT Dry Wet Mechanical Analysis Torvane
S# Depth PP Blows Visual usc Mc Unit Unit LL PL % Passing Shear qu
{Ft) {tsf) per Classification {%) Wt Wt (%) {%) Strength
Foot {pcf) {pci) #4 #10 #40 | #100 | #200 {tsf) {tsf)
1 0-2 Gray,Sand,Medium dense, Silty, w/shell - SM
fragments
2 2-3.5 11 Gray,Sand,Medium dense,Silty,w/shell SM
fragments
3 7-8.5 16 Gray,Sand, Medium dense, Silty, wishell SM 97.8* | 97.7%| 95.5*{ 88.0 | 30.7
fragments
4 12-13.5 14 Gray,Sand, Medium dense,Silty, w/shell SM
fragments
5 17-18.5 6 Gray,Sand,Locse, Silty SM
5] 19-21 0.25 Gray,Clay,Soft CH 40.1
7 21-23 0.25 Gray,Clay,Soft CH 45.6 7.7 104.4 8B.0 | 33.0 | 100.0|100.0| 100.0| 99.8 | 98.6 (.38
8 23-25 Gray,Sand,Loose, Silty SM
9 25-26.5 5 Gray,Sand,Loose, Silty, w/sheli fragments SM
10 | 30-31.5 5 Gray,Sand,Loose, Silty,w/shell fragments SM 95.8* | 93.7*| 91.4* | 75.3 | 15.3
11 35-36.5 7 Gray,Sand,Loose, Silty, w/shell fragments SM
12 | 38.5-40 6 Gray,Sand, Loose, Silty, w/shell fragments SM
" ‘

S # : Sample Number, P P : Pocket Penetrometer Reading, U S C : Unified Soil Classifcation, M ¢ : Moisture Content

g u : Uncogined Compressive Strength, W O H : Weight of hammer, W O P : Weight of Pipe
* : Material retained are shell fragments
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