Alexander Island Placement Area

Medium and Stiff Clay

Dry Mechanical Analysis|
Boring Elev PP Mc Unit LL PL Uc |USC Visual
No. ft (tsh (20 Wt 24) (%) | GR | SA |FINES| (SU) Classification
MLT (pch) % % % (psf)
Medium Clay
91-135 7.2 050 24 99 bl 23 2 7 91 220 CH CLAY, W/Sand Seams & Shell Fragments, Medium, Brown & Gray
91-136 9.2 050 53 68 101 36 Q 1 99 520 CH CLAY, W/Roots & Blocky Structures, Medium, Gray
91-137 9.2 0.75 63 62 98 32 0 ) 100 390 CH CLAY, W/Tar Pockets, Medium, Gray
91-140 12.9 050 31 89 55 24 0 3 97 360 CH CLAY, W/Sand Pockets, Medium, Gray
91-140 8.9 0.75 27 94 51 23 0 2 98 340 CH CLAY, W/5and Pockets, Medium, Yellowish Brown
91-140 4.9 Q.50 29 91 56 20 0 3 97 270 CH CLAY, W/Sand Pockets, Medium, Olive Gray
91-140 0.9 075 28 23 51 22 0 3 97 420 CH CLAY, W/Sand Pockets, Medium, Olive Gray
91-141 0.9 Q.75 29 94 45 21 0 4 96 270 CL SILTY CLAY, Medium Gray
91-143 11.5 0.80 42 gl 63 26 0 6 94 120 CH CLAY, W/Sand Pockets & Blocky Structures, Medium Gray
91-143 2.5 0.50 45 73 74 28 0 1 99 480 CH CLAY, W/Tar Pockets, Medium, Gray
91-144 10.6 0.50 29 21 79 27 0 2 98 270 CH CLAY, W/5and Pockets, Medium, Red & Yellowish Gray
Stiff Clay
91-137 13.2 1.50 19 109 41 20 1 29 70 1140 CL. SANDY CLAY, W/Shell & Sand Seams, Stiff, Gray & Brown
91-141 6.9 1.50 26 94 65 28 0 2 98 1110 CH CLAY, W/Ferrous Stains, Stiff, Olive Gray
91-142 17.1 1.00 21 106 43 20 0 16 84 1370 CL SANDY CLAY, Stiff, Gray
91-142 13.1 1.30 19 106 64 26 0 3 97 2100 CH CLAY, W/Sand Seams, Stiff, Gray
91-142 7.1 1.50 26 96 60 24 0 2 98 1040 CH CLAY, W/Sand Seams, Stiff, Gray
Legend
PP - Pocket penstrometer test Medium and Stiff Clay
UG - Unconfined compression test (SU = 0.5%qu) Undrzined Shear Strength, PSF
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