LOG OF BORING NO. 85-1%8

WALLISVILLE LAKE
BORROW AREA 1A
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Driller: T. Mooney
e Technician: R. Sigler
Drilling Equipment! Failing 250
on Ardco Buggy
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JOB NO.: D184 - 3600

COMPLETION DEPTH: lo §+
DATE : Decem ber 21,1985

SAMPLER : 3" Thin - walled Tube

DRILLING METHOD : Wet 'Eo‘\'wr’

STRENGTH LEGEND
® Unconiined Compression

A Unconsolidated-Undrained Triaxial
Compression

+ Minialure Vane
fopen symbels above indicale remoided lesis)
4> Torvane

® Hand Penelromeler
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