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Project : Brazos Island Harbor Project, Brownsville Shipchannel near
Brownsville, Texas

SUMMARY OF LABORATORY TEST RESULTS

Contract No. DACW64-82-D-0005 Dellvery order No. 0018 Boring No. 93-299
SPT Dry Wet Mechan|cal Analysls Torvane
Depth PP | Blows Visual USC| Mc | Unit | Unit | LL]PL % Passing Shear qu
S# (ft) (tsf)| per Classification (%) Wt Wt | (%) | (%) Strength
Foot {pct) | {pef) #4 | #10 | #40 | #100 | #200( (tsf) | (tsf
1 0-2 0.26 Yellowish brown,Clay,Soft CH | 53.2
2 2-4 0.26 Yellowish brown,Clay,Soht CH [ 62.3 74 0.14
3 4-6 1.25 Gray,Clay,Stiff, w/blocky structure CH | 38.5
4 6-8 1.50 Gray,Clay,Stitt, w/mlca CH | 35.1
5 8-10 0.75 Brown&gray,Clay,Medium stiff,w/ferrous nodules| CH | 35.6 | 84.7 [114.8| 62 | 25 [100.0| 99.6 ] 98.7 | 98.5 | 97.9 0.76
6 10-12 } 1.25 Brown & gray,Clay,Stlffw/ferrous nodules CH | 38.6
7 12-14 [ 1.75 Brown & gray,Clay,Stlff,w/ferrous nodules CH | 39.2
8 14-16 | 1.25 Brown & gray,Clay,Stiff CH| 26.3

S # : Sample Number, P P : Pocket Penetrometer Reading, U S C : Unifled Soll Classlfication, M ¢ : Moisture Content
q u : Unconfined Compressive Strength, W O H : Welght of hammer, W O P : Weight of pipe
: Geotest Engineering, Inc.




JOB NO. 14G634 DATE 8/2/93

PROJECT Brazos Island Harbor Project
Brownsville Shipchannel

AREA near Brownsville, Texas
BORING NO. 93-299 SAMPLE NO. 5 DEPTH 8-10 ft
SPECIMEN NO. 1

CLASSIFICATION
Brown & gray,Clay,Medium stiff,w/ferrous nodules

Tare No. KL-33 Height 5.595 in.
Tare plus Wet Specimen 438,48 gm Average Diameter 2.830 in.
Tare plus Dry Specimen 334.69 gm Initial Area 6.290 sgq in.
Water Weight 103.79 gm Volume 35.194 cu in.
Tare Weight 42.78 gm Volume of Solids cu in.
Wet Specimen 1060.77 gm Void Ratio
Dry Specimen 782.54 gm Saturation %
Water Content 35.56 % Dry Density 84.7 1lb/cu ft
Specific Gravity of Solids
LL = 62 PL = 25 P = 37
Proving Ring No. 17015
Proving Ring Constant, K = .311 lbs/div.
Elapsed Dial Cumulative Proving Ring Axjal Axial Area Compr.
Time Reading Change Dial Reading Load Strain Corr. Stress
min. 0.o01" in. 1b sq in. tsf
.0 0. .000 .0 .0 000 6.29 .000
.2 10. .010 27.0 8.4 002 6.30 .096
.4 20. .020 52.0 16.2 004 6.31 .184
.6 30. .030 78.0 24 .2 005 6.32 .276
.8 40, . 040 103.0 32.0 007 6.34 .364
.9 50. . 050 130.0 40.4 009 6.35 .458
1.1 60. .060 150.0 46.6 011 6.36 .528
1.5 B8O, .080 180.0 55.9 014 6,38 .631
1.8 100. .100 197.0 61.2 018 6.40 .688
2.1 120. .120 205,0 63.7 021 6.43 . 713
2.4 140. .140 211.0 65.5 025 6.45 731
2.8 160. .160 215.0 66.8 029 6.48 . 743
3.0 180. .180 218.0 67.7 032 6.50 . 750
3.3 200. 200 220.0 68.3 036 6.52 . 754
3.7 220. .220 222.0 69.0 039 6.55 .758
4.0 240. .240 221.0 68.6 .043 6.57 .752
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Test No. 1
Type of Specimen ' Undisturbed
Water content W 356 m % % %
< Void ratio &
E Saturgtion So % 2 % %
Dry density, Ib/eu tt Ya 84.7
Time to fdilure, min k 3.65
Unconfined compressive 9
strength, T/sq ft 76
Undrained shear strength, T/sq ft S, 28
Sensitivity ratio S,
Initial specimen diameter, in. Dy 2.830D
Initial specimen height, in. Ho 5.585
Classification Brown & groy,Clay Medium stiff,w/ferrous nodules
m 62 PL 25 | # 37 6.
Remarks Project Brazos !slond Harbor Project
Brownsville Shipchannel
Area near Brownsville, Texas
Boring No. 93-299 Sample No. 5§
[E)‘epth 8—10 ft Date 8/2/93
UNCONFINED COMPRESSION TEST REPORT
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LR % Geotest Engineering, Inc.
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CORE BORING

B.I.H. DISPOSA AREA NG. 7
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X b 4 MN.8. ELEV.
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