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Project . Brazos island Harbor Project, Brownsville Shipchannel near SUMMARY OF LABORATORY TEST RESULTS
Brownsville, Texas _
Contract No. DACW8E4-92-D-0005 Delivery order No. 0018 Boring No. 93-312
SPT Dry | Wet Mechanical Analysis Torvane
Depth PP | Blows Visual USCy Mc | Unit | Unit |LL]|PL % Passing Shear | qu
S# (ft) (tsf)| per Classificaticn (%) Wt Wt | (%) | (%) Strength
Foot (pef) | (pci) #4 | #10 | #40 |#100| #200( (tsf) | (1sf)
1 0-2 0.25 Brown,Clay,Solt,w/sand seams CH | 28.7
2 2-4 0.25 Brown,Clay,Soft,w/sand pockets CH | 29.3 50| 21
3 4-6 0.50 Brown & gray,Clay,Medium stiff CH | 31.0
4 6-8 1.75 Brown,Clay,Stiff CH | 27.5
5 8-10 1.50 Reddish brown,Clay,Stft CH | 25.2 50| 21
6 10-12 | 0.25 Brown,Clay,Soft,Slity,w/sand layer CL | 28.5
7 112135 10 ]Brown,Sand,Medium dense,Silty SM
g8 | 14.5-16 13 |Brown,Sand,Medium dense,Silty SM
9 16-18 | 0.75 ‘Reddish brown,Clay,Medium stiff CH | 31.4 74 | 28
10 18-20 | 1.00 Reddish brown,Clay,Stift GH | 31.1

S # : Sample Number, P P : Pocket Penetrometer Reading, J S C : Unified Soll Classification, M ¢ : Moisture Content

q U : Unconfined Compressive Strength, W O H : Welght of hammer, WO P

. Weight of plpe
Geotest Engineering, Inc.




25

e7

28

25

3

31

3=

332

B, I.H.

DISPOSAL. AREA NO.

7 {(Cont.)}

COORDINATES

CORE BORING X ¥ N.8. ELEV.
53-311 113733 35.57 1 109220.86 1. 9¢
93-318 ] 1378;5'/'3-(9 967824 ¢ 12.33
93-313 ' 2379430.22 ' j09197.5y /.43
93-314 ¢ lgqqu;(.,gj ! /9932, 52 ¢! 4.5
93-315 ' 2386079, 75 ! Jlol 94 2 ¢ (1L.gl
93-316 '238066L0Y Y Jioysl qY JIHY
93-317 ' 23%1319.67 ' 710719 2 12.5/
93-318 ' 239/9¢45. 45 ! /109 77.44 13,14
53-319 ' 238aG18.30 ' ;11238.43 EY,




