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PROJECT : _ CORPUS CHRISTI RESTORATION PROJECT : BORING NO.__ 75-29
] TEST DATA SUMMARY
LOCATION: CORFUS CHRISTI, TEXAS DATE COMPLETED _4 February 1975
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SUMMARY GRADATION TESTS

. TABLE 1
CORPUS CHRISTI BEACH RESTORATION LABORATORY REPORT NO. 1500
PERCENT FINER----===-= SIEVE SIZES
HOLE NO DEPTH,FT. __ 200] 140] 100] 70| 50| 40] 20] 10] & | 3/8] 1/2] 3741 1| 1-i/2] 2
75-29 4.7 - 7.0 6 17 | 37| 89| 97| 97| 98| 99| 100
75-29 0 7.0-9,5 15 | 33| 54| 90| 95| 96| 96| 98| 100
75-29 9.5 -12,0 17 | 34 | 54 | 87| 93| 93| 95| 98, 100
75-29 12,0 -14,0 19 | 44 | 66 | 94| 96| 97| 97| 99| 99/ 100
75-29 14,5 -17.0 61 | 79 | 86| 91| 93| 93| 95| 97| 99| 100
75-29  17.5 -20,0 65 | 78 | 83 | 88| 91| 92| 93| 97| 99 100
75-29 21,5 -22.0 7| 24| 32| 89| 98| 99| 99/ 100
75-29 22,5 =25.0 4 9| 25| 84| 98| 99| 99| 99| 100
75-29 25.0 -27.5 47 | 69 | 88| 97| 99| 99| 99| 99| 100
75-29 27.5 =30.0 6 | 19| 37| 97] 100
75-29 30,0 -32.5 3| 12| 30| 90| 94| 94| 94| 94| 94| 94| 95| 100
75-29 32.5 -35,0 s | 18| 42| 89| 92| 92| 93| 9| 97| 99| 100
75-29 36,5 -38,5 5L | 72| 89| 97| 98| 98| 98| 99| 99| 100
75-29 38,5 -41,0 78 | 94 | 98 | 100
75-30 - 4,5 -7.0 4| 9| 21| 73| 97| 97| e8] 100




	19760318 Boring 75-23 to 35 & 75-93 to 94.pdf

