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Rock Engineering & Testing Laboratory

4910 Neptune Street
Corpus Christi, TX 78405
Telephone: 351-883-4555
Fax: 361-883-4711

CLIENT: Coast and Harbor Engineering, Inc.
PROJECT: Proposed San Luis Pass Project Phase 2
LOCATION:  W. Galveston Bay, Freeport, Texas
NUMBER: G 1068505

DATE(S) DRILLED: 9/11/06 - 9/11/06
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REMARKS:

Soil Sampling perfomred by RETL at N28.0874 deg WES 1211 deq.
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Rock Engineering & Tasting Laboratory
4910 MNeptune Straat

Corpus Christi, TX 78405

Telephone: 361-883-45585

Fax: 361-BE3-4711

GRAIN SIZE DISTRIBUTION
" Project: Proposed San Luis Pass Project Phase 2

Location: W. Galveston Bay; Freeport, Texas
| Number: G108505
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