LOG OF BORING C-05

SHEET 1 of 1

Rock Engineering & Testing Laboratory
4910 Neptune Streal

Corpus Christi, TX 78405

Telephone: 351-883-4555

Fan: 261-883-4711

CLIENT: Coast and Harbor Engineering, Inc.
PROJECT: Proposed San Luis Pass Project Phase 2
LOCATION: W. Galveston Bay; Freeport, Texas
NUMBER: G106505

DATE(S) DRILLED: 9/11/06 - 8/11/06

FIELD DATA LABORATORY DATA DRILLING METHOD(S):
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POORLY GRADED SAND, 2 5Y 4/2 dark gray brown.
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_____ Same as above, 2.5Y 5/3 light olive brown.
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LSy Same as above, 2.5Y 4/2 dark brown gray.
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i Same as above, 2.5Y 6/2 light brown gray.
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il Boring terminated at a depth of 15" below the bay bottom.
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N - STANDARD PENETRATION TEST RESISTANCE
P - POCKET PENETROMETER RESISTANCE
T - POCKET TORVANE SHEAR STRENGTH

REMARKS:
Soil Sampling perfomred by RETL at M28 1027 deg W85.1284 deg
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GRAIN SIZE IN MILLIMETERS

GRAVEL SAND ; ‘_ S

coarse | fine coarse | medium | fine

COBBLES

PL | Pl | Cc | Cu_

Specimen Identifiga_tion Classification ' | Cc >
112 | 1.56

s| co5 0.0 ~POORLY GRADED SAND(SP)

dm i : EAN—w— e
Specimen Identification D100 D&0 D30 D10 | %Gravel | %Sand %Silt | %Clay

969 | 3.1

o] C-05 0.0 | 025 0.157 0133 | 0.101 0.0 |
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Rock Engineering & Testing Laboratary TR : :
4910 Meptune Street Project: Proposed San Luis Pass Project Phase 2
' | & | Corpus Christi, TX 78405
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Telephone: 351-883-4655 Location: W. Galveston Bay; Freeport, Texas
Fax: 361-883-4711

LIS GRAIN SIZE G105505.GP) US LAB.GOT 1001706

I
MNumber: G106505 i
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GRAIN SIZE IN MILLIMETERS
COBBLES o GRRRES ook :[ SILT OR CLAY

coarse | fine marsa| mediurm | fine

Jf.:‘npegi_meﬁ Identification _ Classification A LL PL Pl | cc | cu

e[ c05 5.0 | POORLY GRADED SAND(SP) __ 1.23 [ 1.63

Specimen Identification | D100 | D80 D30 D10 |%Gravel| %Sand | %Silt | %Clay
o[ c-05 50| 025 0142 | 0124 0.087 00 | 954 | 46

= GRAIN SIZE DISTRIBUTION
Rock Engineering & Tesling Laboratory e — p— i

4910 Neptune Street Project. Proposed San Luis Pass Project Phase 2
4, ® | Corpus Christi, TX 75405 . ;
Telephone: 351-883-4558 Location: W. Galveston Bay, Freeport, Texas

Fax: 361-883-4711
Number; G106505

L3 GRAIN SIZE G106505.GP) US LAB.GDT 1017106




5. SIEVE OPENING IN INCHES | U.5. SIEVE NUMBERS | HYDROMETER
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FERCENT FINER BY WEIGHT
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GRAIN SIZE IN MILLIMETERS
COBBLES l GR&VEL_ 2 = _SAND — SILT OR CLAY
e o 1 coarse fine coarse | medium fing B
Specimen Identification o ~ Classification _ e __EL_I Pl gc_ __E.:LE
e C05 10.0 _ POORLY GRADED SAND(SP) L [114 158
“Specimen Identification | D100 | D60 | D30 D10 |%Gravel| %Sand | %Silt | %Clay
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Rock Engineering & Testing Laborato

4910 Nagmn:e Street ° K Project: F’ropnsed San Luis Pass F‘rolect  Phase 2

Corpus Chrisfi, TX 78405

Telephone: 351-B83-4555 .

Fax: 361-883-4711 .
{ Number. G108505

Location; W. Galveston Bay; Freeport Texas

15 GRAIN SIZE G108505.GPJ US LAB GOT 101706




