2 2-4 Gray FAT CLAY CH 27.1 94.5
3 4-6 Tan and gray FAT CLAY OH 31.5 89.5
4 6-8 Tan and gray FAT CLAY; calcareous nodules CH 27.7 95.9
5 8-10 |Reddish-brown and gray FAT CLAY CH 40.2 83.0
6 10-12 |Reddish-brown and gray FAT CLAY CH 30.5 91.4 75 23 52 99.4 0.50 0.6 11 Slickensided
7 12-14 |Reddish-brown and gray FAT CLAY CH 30.3 89.2
8 14-16 |Reddish-brown and gray FAT CLAY; calcareous nodules CH 29.3 91.5
9 16-18 |Reddish-brown and gray FAT CLAY; calcareous nodules CH 30.7 93.0
10 18-20 |Tan and gray FAT CLAY; ferrous nodules CH 19.5 107.1
08-89 El. 9.75, E=3183894 N=13645807
2 2-4 Gray and tan FAT CLAY CH 30.9 88.3
3 4-6 Tan and gray FAT CLAY; ferrous nodules CH 27.0 95.0
4 6-8  [Tan and reddish-brown FAT CLAY; calcareous nodules CH 23.4 102.0
5 8-10 [Reddish-brown and gray FAT CLAY; calcareous nodules CH 25.4 98.4
6 10-12 |Reddish-brown and gray FAT CLAY; calcareous nodules CH 27.5 97.1
7 12-14 |Reddish-brown and gray FAT CLAY CH 28.4 93.7 67 21 46 99.8 1.72 14.5 12 Slickensided
8 14-16 |Reddish-brown and gray FAT CLAY CH 28.8 93.9
9 16-18 |[Reddish-brown and gray FAT CLAY CH 28.5 97.2
10 18-20 |Reddish-brown and gray FAT CLAY; calcareous nodules CH 29.3 94.6
08-90 El. 9.75, E=3184808 N=13645601
2 2-4 Gray and tan FAT CLAY; calcareous nodules CH 24.1 100.0
3 4-6 Tan and reddish-brown FAT CLAY; calcareous nodules CH 21.2 108.7
4 6-8 Reddish-brown and gray FAT CLAY CH 21.2 107.1
5 8-10 |Reddish-brown and gray FAT CLAY CH 25.4 98.9
6 10-12 |Reddish-brown and gray FAT CLAY CH 26.5 96.2
7 12-14 |Reddish-brown and gray FAT CLAY CH 28.1 96.1 70 22 48 99.4 2.00 4.4 12 45 degree
8 14-16 |Reddish-brown and gray FAT CLAY; calcareous nodules CH 26.8 97.0
9 16-18 |Reddish-brown and gray FAT CLAY CH 24.8 98.2 69 22 47 97.5 1.75 2.3 Slickensided
08-91 El. 8.75, E=3185612 N=13645555
2 2-4 Gray FAT CLAY CH 19.9 107.5 55 20 35 93.4 3.49 6 5 60 degree
3 4-6 Tan and gray FAT CLAY CH 27.0 61 20 41 95.0
4 6-8 Tan and gray FAT CLAY CH 26.9 98.0 60 20 40 97.1 1.55 9.7 60 degree
5 8-10 |Reddish-brown and gray FAT CLAY CH 25.8 100.1 65 21 44 99.6 1.02 6.7 9 60 degree
6 10-12  |Reddish-brown and gray FAT CLAY CH 27.4 97.0 68 21 47 99.3 1.51 2.2 Slickensided
7 12-14 |Reddish-brown and gray FAT CLAY CH 28.8 95.0 67 21 46 98.7 1.44 1.9 12 Slickensided
8 14-16 |Reddish-brown and gray FAT CLAY CH 25.9 97.4 66 21 45 99.5 1.47 19 Slickensided
9 16-18 |Reddish-brown and gray FAT CLAY CH 28.7 96.8 72 22 50 98.6 1.42 5.1 15 Slickensided
10 18-20 |Reddish-brown and gray FAT CLAY CH 23.7 101.2 67 21 46 97.5 2.43 14.6 45 degree
11 20-22 [Reddish-brown FAT CLAY CH 22.1 105.6 60 21 39 89.7 2.41 14.5 18 45 degree
12 22-24 [Reddish-brown and gray FAT CLAY with SAND CH 22.4 82.0
13 24-26 [Reddish-brown FAT CLAY CH 26.0 97.9 69 21 48 98.3 1.97 8 21 45 degree
14 26-28 [Reddish-brown and gray FAT CLAY CH 25.2 97.2 65 21 44 97.5 1.09 1.2 Slickensided
15 28-30 [Reddish-brown FAT CLAY CH 23.0 102.4 70 22 48 99.7 2.32 6.2 24 60 degree
16 30-32 [Gray and tan CLAYEY SAND SC 19.0 106.8 37 17 20 46.4 1.16 5.2 Vertical shear
17 32-34 |Brown FAT CLAY CH 24.8 100.3 66 21 45 90.5 2.30 8.5 28 60 degree
18 34-36 |Gray and tan LEAN CLAY with SAND; calcareous deposits CL 18.5 112.9 43 17 26 84.1 1.52 5.7 Vertical shear
19 36-38 [Brown CLAYEY SAND SC 18.2 111.7 23 15 8 46.7 1.43 11 31 Bulge
20 38-40 [Tan POORLY GRADED SAND SP 18.5 4.9
08-92 El. 8.25, E=3186327 N=13646253
2 2-4  |Tan and gray SANDY LEAN CLAY CL 18.2 108.7
3 4-6 Reddish-brown and gray FAT CLAY CH 25.2 101.3
4 6-8 Tan and gray FAT CLAY CH 21.2 109.3
5 8-10 Reddish-brown and gray FAT CLAY CH 25.5 97.6
6 10-12  [Reddish-brown FAT CLAY CH 28.7 95.4 68 21 47 98.3 1.64 14.2 11 Slickensided
8 14-16 |Tan and gray LEAN CLAY with SAND CL 20.9 107.0 33 16 17 80.8 0.85 14.7 14 Bulge
9 16-18 |Reddish-brown and gray FAT CLAY CH 21.8 102.7
10 18-20 |Reddish-brown and tan CLAYEY SAND; calcareous nodules SC 19.1 110.5
08-93 El. 10.25, E=3185920 N=13646861
1 0-2 Gray SANDY LEAN CLAY CL 11.2 107.3
2 2-4 Tan and gray SANDY LEAN CLAY CL 17.3 112.0
3 4-6 Tan and gray LEAN CLAY with SAND CL 21.2 104.0
A AR Raddich_hrawn and arav EAT 1 AV rH 2 Q Q1 1 122 {7 AR Aocroo




5 8-10 Reddish-brown LEAN CLAY CL 31.9 95.8 45 18 27 99.8 1.01 12 9 Bulge
6 10-12  |Reddish-brown SANDY SILTY CLAY CL-ML 25.4 97.5
7 12-14 |Reddish-brown and gray FAT CLAY CH 27.8 97.9
8 14-16 |Reddish-brown and gray FAT CLAY CH 21.0 105.9
9 16-18 |Reddish-brown and gray LEAN CLAY with SAND CL 15.8 113.2
10 18-20 |Reddish-brown and gray LEAN CLAY with SAND CL 26.5 97.4
08-94 El. 9.25, E=3185568 N=13646170
1 0-2 Gray and tan SANDY LEAN CLAY CL 11.3 106.3
2 2-4 Gray and tan FAT CLAY CH 24.9 100.1
3 4-6  |Tan and gray FAT CLAY CH 24.5 99.7 60 21 39 90.7 1.20 11.4 6 60 degree
4 6-8 Reddish-brown and gray FAT CLAY; calcareous nodules CH 29.6 96.0
5 8-10 |Reddish-brown and gray FAT CLAY CH 28.9 95.4
6 10-12 |Reddish-brown and gray FAT CLAY CH 22.0 107.1 50 20 30 97.8 1.13 11.2 11 60 degree
7 12-14 |Reddish-brown and gray SANDY SILTY CLAY CL-ML 23.8 99.5 0.84 3.4 Vertical shear
8 14-16 |Reddish-brown gray FAT CLAY; calcareous nodules CH 27.5 97.5
9 16-18 |Reddish-brown and gray FAT CLAY CH 25.4 98.4 67 21 46 98.0 2.28 6.7 15 Slickensided
10 18-20 |Reddish-brown and gray FAT CLAY; calcareous nodules CH 27.0 98.0
08-95 El. 11.00, E=3184767 N=13646549
1 0-2 Gray and tan SANDY LEAN CLAY CL 9.9 108.8
2 2-4 Tan and gray SANDY LEAN CLAY CL 20.9 105.1
3 4-6 Tan and gray FAT CLAY; ferrous nodules CH 23.5 103.0 61 21 40 2.01 11.2 6 Bulge
4 6-8 Reddish-brown and gray FAT CLAY; calcareous CH 24.2 101.6 1.72 11.2 60 degree
5 8-10 |[Reddish-brown and gray FAT CLAY; calcareous nodules CH 28.1 95.9
6 10-12 |Reddish-brown and gray FAT CLAY; calcareous nodules CH 27.5 94.7
7 12-14 |Reddish-brown and gray FAT CLAY; calcareous nodules CH 30.1 95.6
8 14-16 |[Reddish-brown and gray FAT CLAY; calcareous nodules CH 27.6 97.3
9 16-18 |Reddish-brown and gray FAT CLAY; calcareous nodules CH 26.2 99.2
10 18-20 |Reddish-brown and gray FAT CLAY; calcareous nodules CH 24.1 100.5
08-96 El. 11.50, E=3184441 N=13647279
1 0-2 Gray SANDY LEAN CLAY CL 17.8 106.6
2 2-4 Gray and tan FAT CLAY CH 20.1 103.5
3 4-6 Reddish-brown and gray FAT CLAY CH 32.9 89.8 64 21 43 93.1 0.85 6.2 6 60 degree
4 6-8 Reddish-brown and gray FAT CLAY CH 27.6 94.3
5 8-10 [Reddish-brown and gray FAT CLAY CH 30.6 90.8
6 10-12 |Reddish-brown and gray FAT CLAY CH 25.7 95.8 66 21 45 98.8 1.54 2.6 Slickensided
7 12-14 |Reddish-brown and gray FAT CLAY CH 24.9 102.6
8 14-16 |Reddish-brown LEAN CLAY with SAND CL 24.1 97.7
9 16-18 |[Reddish-brown and gray FAT CLAY CH 26.0 97.9
10 18-20 |Reddish-brown and gray FAT CLAY CH 26.3 98.0
08-97 El. 11.25, E=3185190 N=13647332
1 0-2 Gray SANDY LEAN CLAY CL 15.8 109.4
2 2-4 Gray FAT CLAY with SAND CH 21.1 105.3
3 4-6 Tan and gray FAT CLAY; ferrous and calcareous nodules CH 21.2 108.2
4 6-8 Reddish-brown and gray FAT CLAY; ferrous nodules CH 30.4 89.6
5 8-10 Reddish-brown and gray FAT CLAY CH 40.9 86.4 66 21 45 98.0 0.44 9.5 9 60 degree
6 10-12  |Reddish-brown and gray SILTY CLAY with SAND CL-ML 35.6
7 12-14 |Reddish-brown and gray SILTY CLAY with SAND CL-ML 27.0 95.8 0.58 5.8 Vertical shear
8 14-16 |Reddish-brown and gray FAT CLAY; calcareous nodules CH 25.4 99.0
9 16-18 |Reddish-brown and gray FAT CLAY CH 25.1 98.8
10 18-20 [Reddish-brown and gray FAT CLAY CH 28.9 98.7
08-98 El. 11.00, E=3184452 N=13647824
1 0-2 Gray SANDY LEAN CLAY CL 13.2 105.9
2 2-4 Tan and gray FAT CLAY CH 19.8 98.9
3 4-6 Tan and gray FAT CLAY CH 17.1 109.6
4 6-8 Reddish-brown and gray FAT CLAY CH 29.1 93.3 67 21 46 98.3 1.22 6.1 Slickensided
5 8-10 |Reddish-brown and gray FAT CLAY CH 32.4 88.6
6 10-12  |Reddish-brown and gray FAT CLAY CH 24.5 99.6 62 20 42 95.2 1.75 5.1 11 Slickensided
7 12-14 |Reddish-brown and gray FAT CLAY; calcareous nodules CH 37.8 87.0
8 14-16 |Reddish-brown and gray FAT CLAY; calcareous nodules CH 26.0 98.0
9 16-18 |Reddish-brown and gray FAT CLAY; calcareous nodules CH 24.4 102.5
10 18-20 |Reddish-brown and gray FAT CLAY CH 27.6 96.5
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COMPACTION TEST REPORT
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Water content, %
Test specification: ASTM D 698-07 Method A Standard
Classificati Nat. % > % <
Elev/ assification a- Sp.G. LL Pl Yo %
Depth USCS AASHTO Moist. #4 No.200
CH 2.70 0.0
TEST RESULTS MATERIAL DESCRIPTION

Maximum dry density = 98.2 pcf

Optimum moisture = 22.1 %

Reddish-brown FAT CLAY

Project: Chocolate Bayou Placement Area
Contract DACW64-03-D-0008; Task Order 0079
o Source of Sample: 08-93 Sample Number: 3

Project No. 08.18.921 Client: United States Army Corps of Engineers Remarks:

Test method: ASTM D 698
Preparation Method: Wet
Specific Gravity: Assumed

Tolunay-Wong Engineers, Inc.

Houston, Texas




0.9

Results
C, tsf 0.506
¢, deg 0
Tan(o) 0
w. 086
£
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P 0s a
A
/ \
/ \
\
| ; i |
0 1 [ i |
0 6.3 0.6 0.9 1.2 1.5 1.8
Normal Stress, tsf
15 Sample No. 1
Water Content, % 25.0
1.25 __ | Dry Density, pcf 101.0
3 | Saturation, % 96.0
£ | Void Ratio 0.7303
b7 1 — 4 Diameter, in. 2.83
e Height, in. 5.99
8 Water Content, % 22.4
@075 + | Dry Density, pcf 101.0
% 2 Saturation, % 86.0
= % Void Ratio 0.7303
O 05 / Diameter, in. 2.83
// Height, in. 5.99
/ Strain rate, %/min. 1.00
0.25
/ Back Pressure, tsf 0.00
/
0 Cell Pressure, tsf _ 0.65
0 5 10 15 20| Fail. Stress, tsf ' 1.01
Axial Strain, % Ult. Stress, tsf
o4 Failure, tsf 1.66
Type of Test: , o3 Failure, tsf 0.65
Unconsolidated Undrained ,
Sample Type: Undisturbed Client: United States Army Corps of Engineers
Description: Reddish-brown LEAN CLAY
Project: Chocolate Bayou Placement Area
LL= 45 PL= 18 Pl=27 Contract DACW64-03-D-0008; Task Order 0079
Assumed Specific Gravity= 2.80 Source of Sample: 08-93 Depth: 8-10
Remarks: Sample Number: 5
Test method: ASTM D 2850 Proj. No.: 08.18.921 Date Sampled: 8/15/08
Pocket pen; tsf: 1.25 TRIAXIAL SHEAR TEST REPORT
Failure type: Bulge .
Tolunay-Wong Engineers, Inc.




TRIAXIAL COMPRESSION TEST 8/19/2008

Unconsolidated Undrained 1:54 PM
'Date: 8/15/08
Client: United States Army Corps of Engineers
Project: Chocolate Bayou Placement Area
Contract DACW64-03-D-0008; Task Order 0079
Project No.: 08.18.921
Location: 08-93
Depth: 8-10 Sample Number: 5
Description: Reddish-brown LEAN CLAY
Remarks:

Test method: ASTM D 2850
Pocket pen; tsf: 1.25
Failure type: Bulge

Type of Sample: Undisturbed
Assumed Specific Gravity=2.80 LL=45 PL=18 PI=27
Test Method: ASTM D 2850

iy

Specimen Parameter

Moisture content: Moist soil+tare, gms. 151.520 111,410
Moisture content: Dry soil+tare, gms.  127.390 96.810
Moisture content: Tare, gms. 30.980 31.730
Moisture, % 25.0 22.4
Moist specimen weight, gms. 1249.6
Diameter, in. 2.83
Area, in.? 6.29
Height, in. 5.99
Wet Density, pcf 126.3
Dry density, pcf 101.0
Void ratio 0.7303

Saturation, %

I\?Iembrane modulus = .130 kN/cm
Membrane thickness = .031 cm
Cell pressure = 9.00 psi (0.648 tsf)
Back pressure = 0.00 psi (0.000 tsf)
Strain rate, %/min. = 1.00

Fail. Stress = 1.012 tsf at reading no. 75

TOLUNAY-WONG ENGINEERS, INC.
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Def.

Dial
in.
0.0240
0.0317
0.0349
0.0374
0.0407
0.0441
0.0486
0.0512
0.0558
0.0591
0.0624
0.0650
0.0696
0.0729
0.0775
0.0808
0.0854
0.0900
0.0991
0.1049
0.1106
0.1171
0.1229
0.1293
0.1351
0.1415
0.1473
0.1531
0.1596
0.1654
0.1712
0.17717

0.1834 -

0.1898
0.1956
0.2014
0.2079
0.2137
0.2258
0.2323
0.2444
0.2559
0.2683
0.2805
0.2027
0.3049
0.3170

Load
Dial
0.000
4.579
6.288
7.484
9.100

10.188

11.734

13.267

14.613

15.692

16.973

18.027

19.488

20.662
21.773
23.357
24.699
26.064
28.797
30.946
32.873
34.394
36.395
37.724
39.237
40.848
42.081
43.450
44,778
45.858
47.350
48.513

50.091

51.237

52.347

53.509

54.574

55.825

57.673

58.971

61.010

62.708

64.687

66.969

68.349

69.741

71.316

Load
Ibs.

0.0

4.6

6.3

7.5

9.1
10.2
11.7
13.3
14.6
15.7
17.0
18.0
19.5
20.7
21.8
234
24.7
26.1
28.8
309
32.9
344
364
37.7
392
40.8
42.1
434
44.8
45.9
47.4
48.5
50.1
51.2
52.3
53.5
54.6
55.8
57.7
59.0
61.0
62.7
64.7
67.0
68.3
69.7
71.3

Strain
%
0.0
0.1
0.2

© 0.2
0.3
0.3

- 04
0.5
0.5
0.6
0.6
0.7
0.8
0.8
0.9
0.9
1.0
1.1
1.3
1.3
1.4
1.6
1.7
1.8
1.9
2.0
2.1
2.2
2.3
2.4
2.5
2.6
2.7
2.8
2.9
3.0
3.1
3.2
34
3.5
3.7
3.9
4.1
43
4.5
4.7
4.9

Deviator Minor Princ. Major Princ.

Stress
tsf

0.000
0.052
0.072
0.085

0.104

0.116
0.134
0.151
0.166.
0.179
0.193
0.205
0.221
0.235
0.247
0.265
0.280
0.295
0.325
0.349
0.371
0.388
0.410
0.424
0.441
0.458
0.472
0.487
0.501
0.513
0.529
0.541
0.558
0.570
0.582
0.594
0.606
0.619
0.638
0.652
0.673
0.690
0.710
0.734
0.747
0.761
0.776

Stress
tsf

0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648
0.648

Stress
tsf

0.648
0.700
0.720
0.733
0.752
0.764
0.782
0.799
0.814
0.827
0.841
0.853
0.869
0.883
0.895
0.913
0.928
0.943
0.973
0.997
1.019
1.036
1.058
1.072
1.089
1.106
1.120
1.135
1.149
1.161
L177
1.189
1.206
1.218
1.230
1.242
1.254
1.267
1.286
1.300
1.321
1.338
1.358
1.382
1.395
1.409
1.424

TOLUNAY-WONG ENGINEERS, INC.

1:3
Ratio
1.00
1.08
1.11
1.13
1.16
1.18
1.21
1.23
1.26
1.28
1.30
1.32
1.34
1.36
1.38
1.41
1.43
1.46
1.50
1.54
1.57
1.60
1.63
1.65
1.68
1.71
1.73
1.75
1.77
1.79
1.82
1.83
1.86
1.88
1.90
1.92
1.93
1.95
1.98
2.01
2.04
2.06
2.10
2.13
2.15
2.17
2.20

P

0.648
0.674
0.684

1 0.691

0.700
0.706
0.715
0.724
0.731
0.737
0.745
0.750
0.759
0.765
0.771
0.780
0.788
0.796
0.811
0.823
0.833
0.842
0.853
0.860
0.868
0.877
0.884
0.891
0.898
0.904
0.912
0.919
0.927
0.933
0.939
0.945
0.951
0.957
0.967
0.974
0.984
0.993
1.003
1.015
1.022
1.028
1.036




No.

47
48
49
50
51
52
53
54
55
56
57
58
59
60
61
62
63
64
65
66
67
68
69
70
71
72
73
74
75
76
77
78
79
80
81
82
83
84
85
86
87

Def.
Dial
in.

0.3234
0.3350
0.3504
0.3652
0.3806
0.3953
0.4107
0.4254
0.4408
0.4555
0.4709
0.4856
0.5009
0.5157
0.5310
0.5458
0.5611
0.5758
0.5912
0.6060
0.6213
0.6360
0.6514
0.6662
0.6816
0.6963
0.7111
0.7266
0.7413
0.7567
0.7714
0.7868
0.8016
0.8170
0.8317
0.8471
0.8618
0.8772
0.8919
0.9073
0.9220

Load
Dial
72.386
73.671
75.361
"76.554
78.229
79.247
81.186
82.297
83.894
84.946
86.364
87.144
88.696
89.451
90.789
91.272
92.163
92.828
93.800
94.500
95.353
95.796
97.138
97419
98.672
98.902
99.823
99.660
100.450
100.391
100.955
100.769
101.230
100.778
101.331
100.994
101.208
101.019
101.484
100.446
99.822

Deviator Minor Princ.. Major Princ.

Load Strain Stress Stress Stress 1:3
Ibs. % tsf tsf tsf Ratio
724 5.0 0.787 0.648 1.435 2.21
73.7 5.2 0.800 0.648 1.448 2.23
754 54 0.816 0.648 1.464 2.26
76.6 5.7 0.826 0.648 1.474 2.28
782 6.0 0.842 0.648 1.490 2.30
792 6.2 0.851 0.648 1.499 2.31
812 6.5 0.869 0.648 1.517 2.34
823 6.7 0.879 0.648 1.527 2.36
839 7.0 0.893 0.648 1.541 2.38
849 7.2 0.902 0.648 1.550 2.39
86.4 7.5 0.915 0.648 1.563 2.41
87.1 7.7 0.921 0.648 1.569 2.42
88.7 8.0 0.934 0.648 1.582 2.44
89.5 8.2 0.940 0.648 1.588 2.45
90.8 8.5 0.951 0.648 1.599 2.47
913 8.7 0.954 0.648 1.602 2.47
922 9.0 0.960 0.648 1.608 2.48
928 92 0.965 0.648 1.613 2.49
938 95 0.972 0.648 1.620 2.50
945 9.7 0.977 0.648 1.625 2.51
954 10.0 0.983 0.648 1.631 2.52
95.8 102 0.985 0.648 1.633 2.52
97.1 105 0995 0.648 1.643 2.54
974 10.7 0.996 0.648 1.644 2.54
98.7 11.0 1.005 0.648 1.653 2.55
989 11.2 1.005 0.648 1.653 2.55
99.8 11.5 1.012 0.648 1.660 2.56
99.7 11.7 1.007 0.648 1.655 2.55
100.5 12.0 1.012 0.648 1.660 2.56
1004 12.2 1.009 0.648 1.657 2.56
101.0 12.5 1.011 0.648 1.659 2.56
100.8 12.7 1.007 0.648 1.655 2.55
101.2 13.0 1.008 0.648 1.656 2.56
100.8 13.2 1.001 0.648 1.649 2.54
101.3 135 1.004 0.648 1.652 2.55
101.0 13.7 0.997 0.648 1.645 2.54
101.2 14.0 0.996 0.648 1.644 2.54
101.0 14.2 0.992 0.648 1.640 2.53
1015 145 0.993 0.648 1.641 2.53
1004 14.7 0.980 0.648 1.628 2.51
99.8 15.0 0.971 0.648 1.619 2.50

TOLUNAY-WONG ENGINEERS, INC.

0.394
0.400
0.408
0413 -
0.421
0.425
0.435
0.439
0.447
0.451
0.457
0.460
0.467
0.470
0.476
0.477
0.480
0.482
0.486
0.488
0.491
0.492
0.498
0.498
0.503
0.503
0.506
0.503
0.506
0.504
0.506
0.503
0.504
0.500
0.502
0.499
0.498
0.496
0.497
0.490
0.486
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Particle Size Analysis - ASTM D 422
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SOIL DATA

SYMBOL

SOURCE

SAMPLE
NO.

DEPTH
(ft.)

Material Description

USCS

O

08-93

5

8-10

Reddish-brown LEAN CLAY

CL

Tolunay-Wong
Engineers, Inc.

Houston, Texas

Client: United States Army Corps of Engineers
Project: Chocolate Bayou Placement Area

Contract DACW64-03-D-0008; Task Order 0079

Project No.: (8.18.921
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