SUMMARY OF LABORATORY TESTS
Project No. 08.18.920 Client: United States Army Corps of Engineers

Project: Galveston Channel and San Jacinto PA
Contract No. DACW64-03-D-0008, Task Order No. 0080

. Torvane Water Dry - . Finer than | Uc/UU. | Failure{ Conf. .
B;an Sar\r;; ple D(e%th Shear Test | Soil Description USCS | Content| Density Lﬂ?mu:? Pliia:lti:‘.c *;:g:; #200 Sieve | Compr. | Strain | Pres. F?'IU;E
: : (tsf) %) | (pch) (%) {tsh | (%) | (psi) P
9 18-20 Gray and tan FAT CLAY CH 53.7 67.1
07-204
1 0-2 Gray and tan FAT CLAY CH 57.0 62.8
2 2-4 Gray FAT CLAY CH 44.8 69.4 89 26 63 91.0 0.55 4.0 Slickensided
3 4-6 Gray and tan FAT CLAY CH 40.1 71.7 0.93 4.4 4.0 |Vertical shear
4 6-7.5 Light gray and tan poorly graded SAND with SILT SP-SM 8.0
5 10-12 Gray FAT CLAY CH 69.1 60.0
6 12-14 0.14 Gray FAT CLAY CH 77.5 60.3 69 24 45 98.5
7 14-16 Gray FAT CLAY CH 445 72.5
8 16-18 Gray FAT CLAY CH 54.8 62.3
9 18-20 Gray FAT CLAY CH 40.5 771
07-205
1 0-2 Gray and tan FAT CLAY CH 51.8 64.7
2 2-4 Gray FAT CLAY CH 43.5 72.6 114 31 83 94.9 0.57 3.4 Multiple shear
3 4-6 Gray and tan FAT CLAY CH 48.7 71.5
4 6-7.5 Gray and tan SAND with SILT SP-SM 7.2
5 11-12.5 Gray and tan FAT CLAY CH 50.8
6 12.5-14 0.11 Gray FAT CLAY CH 55.1 65.4 56 19 37 96.1
7 14-16 Gray FAT CLAY CH 43.9 69.3
8 16-18 Gray and tan FAT CLAY CH 454 72.3
9 18-20 Gray FAT CLAY CH 34.4 79.8
07-206
1 0-2 Gray and tan FAT CLAY CH 55.9 64.9
2 2-4 Gray FAT CLAY CH 51.8 67.4 98 30 68 95.9 0.34 2.6 Multiple shear
3 4-6 Gray and tan FAT CLAY CH 54.0 64.4 0.76 4.1 4.0 | Multiple shear
4 6-8 Gray and tan FAT CLAY CH 55.3 66.8
5 8-9.5 Tan and gray SILTY SAND SM 16.2
6 13-14.5 Gray SILTY SAND SM 24.4
7 15-17 0.47 Gray FAT CLAY CH 49.0 71.2 73 23 50 98.7
8 17-19 Gray FAT CLAY CL 74.6 54.9
9 19-20 Gray and tan FAT CLAY CH 49.1 711
07-207
1 0-2 Gray and tan FAT CLAY CH 8.6 94.9
2 2-4 Gray FAT CLAY CH 52.5 66.1 90 29 61 98.2 0.23 4.0 Multiple shear
3 4-6 Gray and tan FAT CLAY CH 66.6 60.8 0.40 3.7 45 degree
4 6-8 0.32 Gray FAT CLAY CH 54.4 64.8 94 29 65 92.3 0.51 4.4 45 degree
5 8-9.5 Gray and tan SILTY SAND SM 14.2

Our letters and reports are for the exclusive use of the CLIENT. This document shall not be reproduced, except in full, without our prior written approval.

TOLUNAY-WONG ENGINEERS, INC.




COMPACTION TEST REPORT

Tolunay-Wong Engineers, Inc.

Houston, Texas

92
90
. 88
Q
Q.
Z
[0
o
0] 2\
2 |zAV for
o Sp.G. =
86 2.7
84 —
Samples composited for test were:
07-204 (1-2), 07-205 (1-3), 07-208
d (2-4), 07-209 (1-2), 07-210 (1-2),
07-211 (2-3), 07-215 (1-4) and
: 07-216 (1-2)
82 : | ; ! ; ;
20 225 25 275 30 325 35
Water content, %
Test specification: ASTM D 698-07 Method A Standard
Elev/ Classification Nat. % > % <
Sp.G. P
Depth UScs AASHTO Moist. | -P-C LL ' #4 | No.200
CH 2.70 0.0
TEST RESULTS MATERIAL DESCRIPTION
Maximum dry density = 89.5 pcf Dark Gray FAT CLAY
Optimum moisture = 27.0 %
Project No. 08.18.920 Client: United States Army Corps of Engineers Remarks:
Project: Galveston Channel and San Jacinto PA Test method: ASTM D 698
Contract No. DACW64-03-D-0008, Task Order No. 0080 Date: Preparation Method: Dry
O Source of Sample: Mix 01 Sample Number: 1 Specific Gravity: Assumed

Tested By: SA Checked By: JL
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Hole No. 07-205

DISTRICT INSTALLATION SHEET 1
BORING LOG OF 1 SHEETS
1. PROJECT 7. ELEVATION OF HOLE
Galveston Channel and San Jacinto PA
2. LOCATION (Coordinates or Station) 8. DATUM FOR ELEVATION
N=13693254 E=3316960
3. DRILLING AGENCY 9. ELEVATION OF GROUNDWATER
Dempsey (Geotest Engineering, Inc.) ¥ TOD: ¥ 24-HR:
4. LABORATORY TESTING AGENCY 10. DRILLING DATE and TIME
Tolunay-Wong Engineers, Inc. STARTED: 4/21/08 COMPLETED: 4/21/08
5. DEPTH OF WATER 7. CLASSIFICATION REFERENCE
¥ TOD: ¥ 24-HR: ]
6. DEPTH OF HOLE 12, ENGINEER
20 ft
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7 FAT CLAY(CH), firm, gray
- / -w/ roots @ o-2 1 0.75164.7|51.8
- % 2 0.75/72.6|43.5| 114 | 31 | 83 {94.9
i % -soft @ 4' - 6'
5 / -w/ sand & shell fragments at bottom of 4' - 6' 3 0.50|71.5,48.7
444, sample
i (it POORLY GRADED SAND WITH SILT 4 3 72
|| (SP-8M), very loose, gray & brown, w/ shell
7 1| fragments
10 i
¥///, FAT CLAY(CH), firm, gray . , s0.8
7 / -w/ sand seams on top of 11" - 13' sample )
. / -very soft @ 12.5- 14 6 0.0 |65.4|55.1| 56 | 19 | 37 |96.1
] / -w/ sand seams at bottom of 14’ - 16' sample
15— / 7 0.50 | 69.3 | 43.9
- % 8 1.25(72.3|45.4
_ é 9 0.75|79.8| 34.4
20 Z
25
30

ENG FORM: SWG 1836 BOR




	07-2051.pdf
	07-205A.pdf
	07-205G

	07-205H



