Project No. 03-859-037

Client: United States Army Corps of Engineers

Project: Colorado River to Matagorda Bay; Contract DACW64-03-D-0008; Delivery Order 0037

. Torvane Water Dry - . Finerthan ; Uconf. | Failure :
Borng | Sample | DePth | sheqr Test | Soil Description USCS | Content | Density | {9uid | Flastic] PIast | 4o04 sieue | Compr. | strain Faiure
0. o. (feet) (tsf) (%) (pch) imi imi ndex (%) (tsf) (%) ype
A-64 | Surface CH 138.4 71 23 48 82.8
A-65 | Surface CH 173.4 87 23 64 93.1
A-66 | Surface CH 187.5 92 26 66 95.3
A-67 1 Surface CH 178.6 84 26 58 95.3
A-68 | Surface CH 211.8 101 30 71 98.4
A-69 | Surface CH 215.3 104 28 76 97.5
A-70 | Surface CH 238.0 100 27 73 98.1
A-71 Surface CH 218.7 111 28 83 97.4
A-72 | Surface CH 181.4 99 25 74 98.3
A-73 | Surface CH 200.1 100 27 73 96.2
A-74 | Surface CH 229.9 98 27 71 96.2
A-75 | Surface CH 193.7 103 26 77 99.3
A-76 | Surface CH 244.2 103 28 75 95.9
A-77 | Surface SC 73.5 38 19 19 49.0
A-78 | Surface CH 205.3 98 29 69 93.0

Our letters and reports are for the exclusive use of the CLIENT. This document shall not be reproduced, except in full, without our prior written approval.

TOLUNAY-WOK

ERGINEERS, INC.




00c#

ulg/e
ury,

v
ury

Uy
ue

urg

£
©

Particle Size Distribution Report (ASTM D 422)

ovi#
00t

0.001

0.01

0.1

10

100

100
90
80
70

o (@} o
[Ce] Te] <

d3NId INIFOH3d

30
20
10

GRAIN SIZE - mm.

Clay
64.3

63.9

64.0

% Fines

Silt
31.9

32.3

35.3

Fine
3.7
3.7
0.6

% Sand

Medium

0.1

0.1

0.1

Coarse

0.0
0.0

0.0

Fine

0.0

0.0

0.0

% Gravel

Coarse

0.0

0.0
0.0

% +3ll

0.0
0.0
0.0
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Material Description
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