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. Water Dry - . Finer than | Uc/UU. Cell Failure .
B:lr(l)ng Sahrl\:)ple Soil Description USCS | Content | Density Iﬂ?;:? Pll_iaritiltc 7;13:( #200 Sieve | Compr. | Press. Strain F_?S;;e
) ) (%) (pcf) (%) (tsf) (psi) (%)
6 Gray and tan FAT CLAY; traces of ferrous nodules CH 28.3
7 Tan and light gray FAT| CLAY, slickensided CH 304 92.1 80 29 51 99.5 1.75 29 1.9 | Slickensided
6-14
2 Gray and brown LEAN|CLAY; roots and traces of ferrous CL 14.8
nodules
4 Tan and gray LEAN CILAY with SAND; traces of calcareous | CL 15.4 115.2 42 18 24 815 5.48 23 7.1 |Bulge/vert. shear
and ferrous nodules
6 Gray and tan FAT CLAY; traces of ferrous and calcareous CH 241 73 25 48
nodules
6-15
1 Gray and tan FAT CLAY; sand partings and few ferrous CH 18.2
nodules
2 Gray and tan FAT CLAY; few ferrous nodules and roots CH 233
3 Gray and tan FAT CLAY; traces of ferrous nodules CH 226 57 19 38 87.6
4 Gray and tan FAT CLAY; traces of calcareous and ferrous CH 20.8
5 Gray and reddish-brown FAT CLAY: traces of ferrous and CH 22.4
calcareous nodules
6 Gray and tan FAT CLAY; traces of ferrous and calcareous CH 31.8
nodules ;
7 Gray and tan FAT CLAY; traces of ferrous and calcareous CH 296
nodules :
8 Gray and tan FAT CLAY; traces of ferrous nodules CH 29.5
)6-16 '
2 Gray and tan FAT CLAY; traces of ferrous nodules CH 30.8
4 Light gray and tan LEAN CLAY with sand; traces of ferrous | CL 15.4 31 18 13 73.8
nodules !
6 Gray and tan FAT CLAY; traces of ferrous and calcareous CH 28.6
nodules
)6-17
1 Gray and reddish brown SANDY LEAN CLAY; sand partings| CH 14.4
and traces of ferrous nodules
2 Gray and tan SANDY LEAN CLAY; traces of ferrous CL 15.4
nodules
3 Gray and tan LEAN CLAY with SAND; traces of ferrous CL 18.6 39 17 22 72.7
nodules
4 Gray and tan SANDY FAT CLAY:; few ferrous nodules CH 22.1
5 Gray and tan FAT CLAY; sand seams, little calcareous CH 23.7
nodules and traces of ferrous nodules
6 Gray and tan FAT CLAY; little calcareous nodules and CH 25.9
traces of ferrous nodules
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