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06-01
2 Gray and tan LEAN CLAY; traces of ferrous nodules and CL 19.8 35 18 17 86.0
roots
4 Gray and tan LEAN CLAY with SAND,; few calcareous CL 19.0 48 17 31 83.6
nodules and traces of ferrous nodules
6 Gray and tan SANDY FAT CLAY: traces of ferrous nodules | CH 20.1
8 Gray and tan FAT CLAY; few ferrous nodules and traces of | CH 32.8
calcareous nodules
10 Gray and tan FAT CLAY; traces of ferrous nodules CH 35.1
06-02
2 Gray and tan FAT CLAY; traces of ferrous nodules CH 31.1
3 Gray and tan FAT CLAY; traces of ferrous and calcareous CH 23.7 59 20 39 90.5
nodules
4 Gray and tan FAT CLAY; few ferrrous and calcareous CH 213
nodules
5 Tan and gray FAT CLAY:; traces of calcareous nodules and | CH 24.2 101.9 63 22 41 96.9 1.57 13 7.8 |Buige/45 degree
slickensides
6 Gray and tan FAT CLAY; traces of ferrous and calcareous CH 22.6
nodules
7 Gray and tan FAT CLAY; traces of ferrous and caicareous CH 27.9
nodules
9 Gray and tan FAT CLAY; traces of ferrous nodules CH 26.4
06-03
4 Gray and tan FAT CLAY; few calcareous nodules and CH 223 105.8 61 20 41 89.6 2.40 25 14.9 |Bulge
traces of ferrous nodules
6 Gray and tan FAT CLAY; few ferrous and calcareous CH 19.6
nodules
8 Gray and tan FAT CLAY; traces of ferrous nodules CH 29.1
10 Gray and tan FAT CLAY; traces of ferrous and calcareous CH 36.2 83 28 55 98.2
nodules
06-04
2 Dark gray and tan FAT CLAY: traces of ferrous nodules and| CH 22.0
roots
3 Gray and tan FAT CLAY; traces of ferrous nodules and CH 241
roots
4 Gray and tan FAT CLAY; traces of ferrous and calcareous CH 22.2
nodules
5 Gray and tan FAT CLAY:, traces of ferrous and calcareous CH 226 57 18 39 89.1
nodules
6 Gray and tan FAT CLAY:; traces of ferrous noduies CH 23.9
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