* Geotechnical Engineering
« Construction Materials Testing

PROJECT NAME: Anchorage Basin Sand Source Investigation
CLIENT: HDR Engineering, Inc.
BORING ID.: AA-27
DESCRIPTION: Anchorage Basin Borrow Source Area

PERCENT SHELL BY WEIGHT (BASED ON #10 SIEVE)

-35' to -36' NAVD -36' to -37' NAVD -38' to -39' NAVD -40' to -41' NAVD

0.10 8.43 0.05 0.00
ASTM % FINER BY WEIGHT AFTER REMOVING SHELL
MESH 35 t0-36' NAVD | 36 t0-37 NAVD | -38 to-30' NAVD | -40' to-41' NAVD
T #10 100.00 100.00 100.00 100.00
#18 99.68 90.44 99.89 99.99
#35 99.43 89.66 99.82 99.93
H#60 98.84 88.12 99.66 99,71
#70 97.91 86.70 99.44 99.42
#100 81.69 73.83 86.03 81.02
4120 63.94 49.50 47.41 45.13
#170 53.04 31.32 29.17 24.48
#200 36.47 28.03 24.76 20.12
STATISTICS (EXCLUDING SHELL)
MEDIAN GRAIN
SIZE (mm) 0.08 0.13 0.13 0.13
MEAN GRAIN SIZE N/A N/A N/A /A
(mm)
SORTING (o) N/A N/A N/A N/A

*The -#10 material was utilized as the total sample for Grain Size Distribution Curve calculations.




U.S. SIEVE OPENING IN INCHES |

43 245 Tay s

11.S. SIEVE NUMBERS \
10,16 30 o 5 140200

HYDROMETER

20

100
95

G
i T T

90

14 050 100
] .;_"‘“*\ |

85

80

75

70

\
¢
|
|

[
[4)]

[e2]
[

h
[4;]

[+;]
o

i-N
[3,]

E-s
p=J

PERCENT FINER BY WEIGHT

[#:]
[

[
(=]

o]
o

20

15

10

100 10

1 0.1

GRAIN SIZE IN MILLIMETERS

0.01 {.001

GRAVEL

SAND

COBBLES |

coarse fine

; SILT OR CLAY
mediurm [

coarse | fine

Specimen ID Depth

Classification LL PL Pl Cc | Cu

AA-27 (35 10-36° NAVD)

Borrow Area (-35' to -36' NAVD)

Specimen ID Depth; D100

D60 D30 D10 %Gravel! %Sand | %Silt %Clay

®| AA-27 (35 10-36' NAVD)

0.11 0.0

US_GRAIN SIZE G109112 PROP. ANCHORAGE BASIN SAND SOURCE.GPJ US LAB.GDT 4/13/09

Rock Engineering & Testing Lab
6817 Leopard St.

Corpus Christi, TX 78409
Telephone: (361) 883-4565
Fax: (361) 883-4711

RocKe

GRAIN SIZE DISTRIBUTION

., Inc.
Project: Anchorage Basin Sand Source Investigation

Location: Anchorage Basin; Galveston, Texas
Number: G108112
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SILT OR CLAY

Specimen ID Depth

Classification

LL

PL

Pi

Cc

Cu

S GRAIN SIZE G109112 PROP. ANCHORAGE BASIN SAND SOURCE.GPJ US LAB.GDT 4/13/09

® AA-27 (-36"to-37° NAVD)

Borrow Area {-36' to -37' NAVD)

Specimen |D Depth| D100

DB0

D30

D10 %Gravel

%Sand

%Silt

%Clay

@ AA-27 (-36’to -37° NAVD) 2

0.135

0.082

0.0

Rock Engineering & Testing Lab., Inc.

6817 Leopard St.

4, ® | Corpus Christi, TX 78409
Telephone: (361) 883-4555
Fax: (361) 883-4711

GRAIN SIZE DISTRIBUTION

Location: Anéhorage Basin; Galveston, Texas
Number. G109112

Project: Anchorage Basin Sand Source Investigation
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GRAIN SIZE IN MILLIMETERS

0.01

0.001

GRAVEL

SAND

COBBLES ‘

coarse fine

coarse‘ medium |

fine

SILT OR CLAY

Specimen ID Depth

Classification

LL

PL

Pl

Cc

Cu

AA-27  (-38' to -39’ NAVD)

Borrow Area (-38' to -39' NAVD)

Specimen 1D Depth| D100

D&0

D30

D10 %Gravel

%Sand

%Silt | %Clay

AA-27  (-38"t0-39" NAVD) 2

0.132

0.089

0.0

US GRAIN BIZE (109112 PROP. ANCHORAGE BASIN SAND SOURCE.GPJ US LAB.GDT 4/13/09

Rock Engineering & Testing Lab., Inc.

8817 Leopard St.

4 & | Corpus Christi, TX 78409
Telephone; (361) 883-4555
Fax: (361) 883-4711

GRAIN SIZE DISTRIBUTION

Location: Anchorage Basin; Galveston, Texas
Number: G109112

Project: Anchorage Basin Sand Source Investigation
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Specimen 1D Depth

Classification

LL

PL

Pl
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Cu

®| AA27T  (-40"to-41" NAVD).

Borrow Area (-40' to -41' NAVD)

Specimen 1D Depth| D100

D60

D30

%Gravel

%Sand

%Silt | %Clay

AA-27 (40°to-41° NAVD)| 0.5

0.134

0.097

0.0
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Rock Engineering & Testing Lab., ine.
6817 Leopard St,
4 ¥ | Corpus Christi, TX 78400

Telephone: (361) 883-4555
Fax: (361) 883-4711

GRAIN SIZE DISTRIBUTION

Project: Anchorage Basin Sand Source investigation
Location: Anchorage Basin; Galveston, Texas
Number. G109112




LOG OF BORING AA-27 SHEET 1 OF 2

CLIENT: HDR Engineering, Inc.
E‘é’f? il_Engineg!:risntg & Testing Lab., Inc. PROJECT: Anchorage Basin Sand Source Investigation
egpan .
Corpus cfmsﬁ_ TX 78400 LOCATION: Anchorage Basin; Galveston, Texas
Teiephone: (361) B83-4555 .
Fax: (361)8(83-4)711 NUMBER: G109112
DATE(S) DRILLED: 03/11/09 - 03/11/08
FIELD DATA LABORATORY DATA DRILLING METHOD(S):
— - ATTERBERG Vibracore
a 2 = LIMITS =
% S2l e . £ | GROUNDWATER INFORMATION:
Z |« Eal & - @
- Lii ] "Z- [ E - - 7]
al = |2 teSE| 8|23 E £52 g 8
al £ 12 bogedl w | 2 |2 1 815325
S| 2 w8288 3 5| 5 B 1 hilzoubg €
> 5 |4 |Yizgg88 2 | 3 TRy = -
5] 8 |2 |2|828RI | E | €| 2156812349 g |SURFACEELEVATION: -35 NAVD
=1 8 | 2|3/88Pgg| 8 = +>+2-y328| 2
Gl 2@ |§\S/zacP2| 5| w|r!ipm EEXBKEE S DESCRIPTION OF STRATUM
. 21 -
_ 22 p
L 23 .
» 24 -
. 25 .
L. 26 -
L 27 -
- 28 .
L 29 -
| 30 .
» 31 -
. 32 pu
- 33 M
. 34 .
V% 35 1 g o CLAYEY SAND, with shellfragmgnts, gray.
3 1 T T T T T T T T T T T T T T T T SIOY CLAYEY SAND gray. T T T
52 n|
37 1 ] Same as above.
s3
38 1 ] Same as above.
$-4 25
¥ 07 SILTY CLAYEY SAND, gray.
S5
40 -
E B ggﬁﬂg?%%ﬁg?gg?ﬂé?gg gEESSIg'IBE!\?éSETANCE EEEn?:ﬁShfi‘ location was determined by HDR Engineering, Inc. Baring operations
- rformed by O 8 , Inc.
T - POCKET TORVANE SHEAR STRENGTH GPS Coord. N, 13,699 502 £, 3,023,082

LOG OF_SORING (108112 PROP. ANCHORAGE BASIN SAND SOURCE.GPJ ROCK _ETL GDT 4/28/09




LOG OF BORING AA-27 . SHEET 2 OF 2

LOG_OF SORING G108112 PROP. ANCHORAGE BASIN SAND SOURCE.GPJ ROCK ETIL GDT 4/28/09

CLIENT: HDR Engineering, Inc.
Gﬂgf; Eggir;egrisr{g & Testing Lab., Inc. PROJECT: Anchorage Basin Sand Source Investigation
I .
Carpus cﬁristi, TX 78408 LOCATION: Anchorage Basin; Galveston, Texas
Telephone: (361) 883-4555 :
R Baa At NUMBER: G109112
DATE(S) DRILLED: 03/11/09 - 03/11/09
FIELD DATA LABORATORY DATA DRILLING METHOD(S):
- = ATTERBERG Vibracore
a 2l = LIMITS -
Z - x £ | GROUNDWATER INFORMATION:
Z | e fa b - | 8 G
s | B LAY ERE w |2
s| £ |8| |.eegE 812|215 1e5s ¢ 8
o g z Logrd| w L2 \Epl@y &
El S |5|0|28253] 8 g Kl 25MEg 2
| 8§ |2|9|22283| 23| 2| 382|228 2 |SURFACE ELEVATION: -35' NAVD
2| 3 |S|5|F00p8| 2 =288 5582 2 :
lm |[F\S/zarfE| 2 jwlr m |ERIBEE & DESCRIPTION OF STRATUM
REQ Same as above.
86 20
4 Boring was extended to an elevation of -41-feet NAVD during
the drilling operations.
f';l : gg%?ig#%%gg?ggﬁ%ﬁtgg gggg?fﬁesETANCE Eoii;ni\jhf;sd: location was determined by HDR Engineering, inc. Boring operations
rfi d by O S , Ine.
T - POCKET TORVANE SHEAR STRENGTH PS5 Goord N. 13,696,537 E 523,02




	G109112 Letter Report
	Final Boring Logs



