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u. S. ABMY CORPS OF ENGINEERS 

BORING NO. '1S_I'il- DATE: BEGIN g~1-_"f <;; PAGE 1 / t 
JOB NO • .$4-Gffl-~O COMPLETE Z.-7-'I'5 Thin Walled Tube 

PROJECT CM",M,,\ 10 '\l,'C.\-or,o.. • 3" 0 6" 

LOCATION 'P1'S'f'0&\ BI"«A MO-/!) 
ELEVATION OF HOLE ___________ .,-___ .,-----.-= __ 
MANUFACTURER I S DESIGNATION OF DRILL RIG Jo(lfX4, C-IOOO !~"'S.h ~~ 
GROUNDWATER: DEPTH ~ ft., ELEV. ft., at end of Drilling 

WEATHER j" ~"\' {, 
DRILLE~< ... ".fI' ~ Gn!P...-..\(. LOGGER ... 

CONSIS-I SECONDARY I STRUCTURAL FEATCRES 
TENCY CONSTITUENTS AND COMMENTS 
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Project: Channel to Victoria project 

Victoria, Texas 

SUMMARY OF LABORATORY TEST RESULTS 

Contract No. DACW64-94-D-0015 Delivery Order No. 0025 BorjngNo.~ 

SPT Dry Wet 
S # Depth PP Blows Visual USC Me Unit Unit 

(ftl (tsl) per Classification (%) Wt Wt 
Foot (pefl (pell 

1 0-2 4.5+ Clay,w!roots,Hard,Dark gray CH 40.4 

2 2-4 4.5+ ClaY,w!roots & sand seams,Hard,Gray CH 17.9 

3 4-6 1.00 Clay,w!ferrous stains & blocky structure,Stiff, CH 22.4 
Gray 

4 6-8 1.00 Clay,w!ferrous stains & blocky structure, CH 33.2 89.7 119.5 
slickensided, Stiff ,Gray 

5 8 - 10 1.00 Clay, w/ferrous stains & blocky structure, CH 33.5 .0 slickensided,Stiff, Gray 

6 10- 12 1.00 Clay,w/ferrous stains & blocky structure, CH 38.4 
slickensided, Stiff ,Gray 

7 12 - 14 1.00 ClaY,w/ferrous stains & blocky structure, CH 35.6 
slickensided, Stiff ,Gray 

8 14 - 16 1.25 Clay,w/ferrous nodules & blocky structure, CH 35.1 
slickensided,Stiff ,Gray 

9 16 - 18 1.25 Clay,w!ferrous nodules & blocky structure, CH 46.4 73.6 107.7 
slickensided,Stiff, Gray 

10 18 - 20 1.25 Clay,w/ferrous nodules & blocky structure, CH 40.5 
slickensided, Stiff, Gray 

11 20 - 22 1.00 Clay,w/ferrous nodules & blocky structure, CH 35.0 
slickensided, Stiff, Gray 

12 22 - 24 1.00 Clay,w/ferrous nodules & blocky structure, CH 44.1 79.3 114.2 
slickensided, Stiff, Gray 

13 24 - 26 1.00 ClaY,w/ferrous nodules & blocky structure, CH 35.2 
slicke nsided, Stiff, Gray 

S # . Sample Number, P P . Pocket Penetrometer Reading, USC: Umfled Sari Classlfcatlon, M c: Marsture Content 
q u : Uncogined Compressive Strength, W 0 H : Weight of hammer, WOP: Weight of Pipe 

pc7,excel,original xIs Geotest Engineering, Inc. 
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Mechanical Analysis Torvane 

% Passing Shear q u 
Strength 
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