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SUMMARY OF LABORATORY TEST RESULTS 

Project: Propo.ed new Disposal area for channel to victoria projoct, near Seadrift, Toxa8 
Contract No DACW64 92-D'()()ol Delivery Order No 0023 . 

SPT Dry Wet 
S# Depth PP Blows Vi.ual Classification USC MC Unit Unn LL 

(ft.) (lsI) per (%) WI. WI. (%) 

foot (pel) (pel) 
1 0·2 3.50 Dark gray,Clay,Very atlff,w/rools CH 26.6 

2 2-4 0.75 Gray,Clay,Medium stiff.w/calcareous nodules and CH 37.1 64.5 115.9 66 
sand pockets 

3 4-6 1.50 Gray&Veliowlsh gray,Clay,Stlff,w/calcarooua and CH 30.2 
ferrous nodules 

4 6-8 4.5+ Gray& Yellowish gray,Ciay,Hard,SlIty,w/calcareous CL 18.5 
nodules and ferrous atalna 

5 8-10 Gray,Sand,Medlum donao,SlIty SM 

6 10.5-12 16 Gray,Sand,Medlum donao,SlIty SM 

7 13.5·15 23 Gray.Sand,Medlum donao,SlIty SM 

8 18.5-2C 36 Gray.Sand,Dense,Slny SM 

S#: Sample Number, PP: Pockot Penotrometer Reading, USC: Unlflod Soli Clal.lflcation, MC: Moisture Content 
qu: Unconfined Compre •• lve Strength, WOH: Weight of Hammer, WOP: Weight 01 Pipe 

GEOTEST ENGINEERING, INC. 

PL 
(%) 

#4 

26 100.0 
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Boring No. 112-50 

Torvana 
Meohanlcal Analysia Shear 

% passing Strength 

#10 #40 #100 #200 (lsI) 

99.7 98.2 96.2 95.3 0.40 

0.75 

99.9 99.6 67.9 18.7 
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