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Projecl Channel 10 Victoria . Victoria, Texas SUMMARY OF LABORATORY TEST RESULTS 

Contract No. DACW64·92·D·OOOI Deliver.\:. order No. 0006 
Boring No 

SPT Dry WeI 

Deplh PP Blows Visual USC Mc Unil Unil LL 
S# ( It) (Isf) per Classlflcalion (%) WI WI (%) 

Foot (ocfl (ocfl 

1 0·2 3,25 Gray&red,Clay,Very sliff,wlsand pockels & shell CH 23.7 
fraarnenl. 

2 2-4 2.25 Gray&red,Clay,Very sllff,wlsand pockels & shell CH 23.3 
fraqrnenls 

3 4.5·6 3 Gray,Sand,Very 100se,SillY,w/sheil fragmenls SM 

4 8.5·10 1.00 8 Yellowish gray,ClaY,Sliff CH 29.6 

5 10·12 0.50 Yellowish gray,Clay,Medium sliff,Sandy CL 23.8 

6 12.5.14
1

• 6 Gray ,Sand,Loose,Silly ,wlshell fragmenls SM 

7 14.5·16 12 Gray,Sand,Medium dense,Silty,wlshell fragments SM 

8 18.5·20 1·12'1 Gray ,Sand, Very 100se,Silty,w/sheil fragments SM 
. 1 

9 22·24 3.00 Yellowish gray,Clay,Very stiff,wlsand pockets CH 23.4 

10 24·26 3.75 Reddish brown,Clay,Very stiff,wlsand pockets CH 24.1 

11 26·28 3.00 Reddish brown, Clay, Very stiff,Silty,w/sand poe· CL 22.1 
kets 

12 28·30 3.50 Red,Clay,Very stiff,Silty,w/sand pockets CL 23.8 

13 30·32 3.75 Red,Clay,Very stiff,Silty,wlsand pockets CL 21.0 

14 32.5·34 1.50 11 Yellowish gray,Clay,Sliff CH 35.3 

15 34·36 1.75 Yellowish gray,Clay ,Stiff ,wlshell CH 38.5 

16 36·38 2.25 Yellowish gray,Clay,Very stiff,wlferrous stains CH 32.8 

17 38·40 2.25 Yellowish gray,Clay,Very stiff,wlferrous stains CH 35.2 

S # : Sample Number, P P : Pocket Penetrometer Reading, USC: Unified Soil Classification, Me: Moisture Content 
q u : Unconfined Compressive Strength, W 0 H : Weight of hammer, WOP: Weight of pipe 

• :Material Retained are Shell fragments Geotest Engineering, Inc. 
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Mechanical Analysis 

PL % Passing 
(%) 

#4 #10 #40 #100 

93.5' 90.5 86.8 64.5 

99.8 98.2 96.6 73.2 

97.9' 96.0 94.2 67.1 
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#200 

28.4 

24.0 

33.1 
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