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Project Channel to Victoria. Victoria, Texas SUMMARY OF LABORATORY TEST RESULTS 

Contract No. DACW64-D-92-0001 Deliver;z:: order No. 0006 
Boring No. 

SPT Dry WeI 
Deplh PP Blows Visual USC Mc Unil Unil LL 

S# (It ) (IS I) per Classification (%) WI WI (%) 

Foot (pcl) (pcl) 
1 0-2 0_25 Gray,Clay,Sofl,Sandy,w/shell fragmenls CL 19.6 

2 2-4 0.00 Gray,clay,Very soft,Sandy,w/shell fragmenls CL 24.9 

3 4-6 1.75 Dark gray,Clay,Sliff,w/organic material OH 57.3 

4 6-8 0.00 Gray.Clay, Very saft,w/organic material OH 66.0 

5 8.5-10 1-12"/ Gray,Sand,very 100se,Silty,w/shell fragments SM 
1 

6 13.5-15 t8 Gray,Sand,Medium dense,Silty.w/shell fragments SM 

7 18-20 1.75 Gray ,Clay ,Stiff ,w/silt seams CH 31.8 

8 20-22 2.25 Yellowish brown, Clay, Very stiff,w!calcareous CH 22.7 
nodules,slickensided 

9 22-24 2.00 Yellowish brown.Clay,Very stiff,w!calcareous CH .24.3 
nodules,slickensided 

10 24-26 2.50 Yellowish brown,Clay, Very stiff,w!calcareous CH 23.7 
Aodules,slickensided 

11 26-28 4.5+ Yellowish brown,Clay,Hard,w/calcareous nodules CH 20.0 

12 28-30 2.00 Yellowish brown,Clay. Very stifl,Sandy,w/calca- CL 17.8 
reous nodules 

S # : Sample Number, P P : Pocket Penetrometer Reading, USC: Unified Soil Classification, M c : Moisture Content 
q u : Unconfined Compressive Strength, W 0 H : Weight of hammer, WOP: Weight of pipe 

• :Material Retained are Shell fragments Geotest Engineering, Inc. 
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Mechanical Analysis 
PL % Passinq 
(%) 

#4 #10 #40 #100 
19 

92.7' 92.1' 91.4 73.0 

22 

) 

Torvane 
! Shear qu 

Slrenglh 
#200 (Isf) (Isf) 

24.8 


