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SUMMARY OF LABORATORY TEST RESULTS

R

Project : Channel to Victoria . Victoria, Texas
' Contract No. DACW64-92-D-0001  Delivery order No. 0006
Boring No. 91-230
SPT Dry | Wet Mechanical Analysis Torvans
Depth PP | Blows Visual UsScC| Me | Unit | Unit | LL | PL % Passing Shear qu
S# (ft) (tsf) | per Classification {%) Wi Wt (%)} (%) Strength
Foot . {(pch) | (pch) #4 | #10 | #40 | #100[#200] (isf) (tsf)
1 .5-2 W.OH |Gray,Sand,Very loose,Silty,w/roots & shell frag-| SM :
ments
2 3.5-5 WOH |Gray,Sand,Very loose,Silty,w/ sheil fragments SM 100.0} 99.0 | 98.0 | 59.7 | 32.0
3 8.5-10 W.OH |Gray,Sand,Very loose,Silty,w/ shell fragments SM
4 | 13.5-15 WOMH |Gray,Sand,Very loose,Silty,w/ shell fragments SM 100.0] 97.8 | 9668 { 46.5 | 25.1
5 | 18.5-20 W.O.H/| Gray,Sand,Very loose,Silty,w/ shell fragments | SM
12771 .
& | 23.5-25 WOH [Gray,Sand,Very loose,Silty,w/ shell fragments SM
7 ?!6-28 454 Olive gray,Clay,Hard,w/sand seams&sand pockets| CH | 21.0 59 | 22
8 28-30 | 4.5+ Olive gray,Clay,Hard,w/sand seamsa&sand pockets| CH ] 21.6

S # : Sample Number, P P : Pocket Penetrometer Reading, U $ C : Unified Sail Classification, M ¢ : Moisture Content
q u : Unconfined Compressive Strength, W O H : Weight of hammer, W O P : Weight of pipe
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