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Project : CHANNEL TO VICTORIA SUMMARY OF LABORATORY TEST RESULTS
VICTORIA, TEXAS
Boring No. 90-51
SPT Bry Wet Mechanical Analysis Torvane
Depth PP | Blows Visual USC| Mc | Unit | Unit | LL|PL % Passing Shear { qu
S# (ft) (tsf) pear Classification (%} wt Wt | (%) ] (%) Strength| (tsf)
Foot tpch) | (pefy #4 | #10 | #40 {#100]}#200] (tsf)
1 0-2 0.00 Gray, CLAY, very soft, with shell fragments CH ] 935
2 2-4 0.00 Gray, CLAY, very soft, with shell fragments CH | 64,7 § 59,1 | 97.4 | 54 | 18 |100.0] 99.0 | 96.6 | 95.4 | 87.3
3 4-8 0.00 Gray, CLAY, very soft, with shell fragments CH|77.4
4 6-8 0.00 Gray, CLAY, very soft, with shell fragments CH | 650| 63,1 [104.1] 72 08.6 | 97.3)194.1 ] 92.386.3
5 8-10 0.00 Gray, CLAY, very soft, with sand and shell CH | 70.6 98.2196.4|934]91.8]854
: fragments
6 | 12 -14 | 0.00 Gray, CLAY, very soft, with shell fragments CH | 59.7
7 14 - 16 | 0.00 Gray, CLAY, very soft, with shell fragments CH | 67.8
8 | 16-18 |0.00 Gray, CLAY, very soft, with shell fragments CH 1707
9 18 - 20 | 0.00 Gray, CLAY, very soft, with shell fragments CH | 58.2
10 | 20 - 22 10.00 Gray, CLAY, very soft, with shell fragments CH | 54.0

S # : Sample Number, P P : Pocket Penetrometer Reading, U S C : Unified Soil Classification, M ¢ : Moisture Content
g u : Unconfined Compressive Strength, W O H : Weight of hammer, W O P : Weight of pipe




