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GRAIN SEE DISTRIBUTION --- 
Project: Prop. Chdntana Beach Nourishment 

Location: Port of Bay City, Texas 

Number: C0400819 
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Rock Engineering and Testing Laboratwy, Inc. 
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GRAlN SIZE DISTRIBUTION 
Project: Prop. Town of Quintana Beach Nourishment 

Location: Port of Bay City, Texas 

Number: C0400619 
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