LOG OF BORING C-07 SHEET 1 of 1

CLIENT: HDR, Inc.
aRgfg Enginegr%sr:g & Testing Lab., Inc. PROJECT: Prop. Large Scale Beach Nourishment Project
Corpusegﬂﬂ;{i! TX 78409 LOCATION; S. Jetty Borrow Source Area; Galveston, TX
Telephone: (361) 883-4555 -
Fax: (361) 883-4711 NUMBER:  G108558
DATE(S) DRILLED: 07/31/08 - 07/31/08
FIELD DATA LABORATORY DATA DRILLING METHOD(S):
- ATTERBERG Hollow Sterm Auger
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2 5 |5 & 355¢% g Sl 2l3|cz8 ég 2 |_SURFACE ELEVATION: -8.7' NAVD
Gla |&\5/zacd@ B PP |BERBRE & DESCRIPTION OF STRATUM
1. 5 o
TTT 1 ss _ SILTY CLAYEY SAND. with shell, dark gray, very moist, very
{81 AN=3 30 15 1 loose.
1 ss | Same as above, loocse.
4§72 N=8
: §S3 X N= o 20 o1 Same as ahove.,
158 I =20 SILTY CLAYEY SAND, with shell, dark gray, moist, medium.
154 -
: gss N= 18 21 12 Same as above.
: SSSB Ne 10 Same as above.
1 85 Ne 4 ” 19 SILTY CLAYEY SAND, with shell, dark gray, moist, loose.
157 SENDY CLAY, with shell_ Gray, very moist, oft
185 Nin=3 52 68
i CLAYEY SAND, with shell, gray, very moist, very stiff.
{sopn=s0 _ _Lsat | 11 _. N
{ s M " POORLY GRADED SAND, with clay and shell, gray, moist,
S -
-4 510 N=9 24 5 lcose.
b T 53;51 -1 | Same as above, very loose.
%_ A SANDY CLAY, with shell, gray, moist, very soft.
7 55 Wn=o
i 1512 ‘
%“ . 88_153 N= WOH Same as above,
Boring was extended to an elevation of -33.7-feet NAVD during
the drilling operations.
[ REMARKS:
N - STANDARD PENETRATION TEST RESISTANCE Boring depih and lecafion was determined by HDR, inc. Boring operations were
P - POCKET PENETROMETER RESISTANCE performed by RETL.
T - POCKET TORVANE SHEAR STRENGTH | GPS Coord. N. 20.33395 \W. 94 72095
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PROJECT NAME:

CLIENT:

BORING ID.:

West Galveston Island Large Scale Beach Nourishment Project

HDR, Inc.
C-07

DESCRIPTION: South Jetty Borrow Source Area

* Geotechnical Engincering

- Construction Materials Testing

PERCENT SHELL BY WEIGHT (BASED ON #10 SIEVE)

87 10 -10.7 127 10147 |  -16.7 1O -18.7 220.7' TO -22.7"
NAVD NAVD NAVD NAVD
7.62 1.64 1.33 1.16
ST % FINER BY WEIGHT AFTER REMOVING SHELL
M BT TO-10.7 T TO 137 16,77 TO -18.7" 30T TO 22T
MESH NAVD NAVD NAVD NAVD
710 100.00 100.00 100.00 100,00
18 98.40 98.90 98.66 93,80
#35 97.20 98.20 97.52 97.98
#60 95.50 97.50 95.83 6571
%120 38.90 40.60 35.51 25.18
#170 18.70 23.10 19.03 20.04
2200 15.30 20.50 12.05 18.94
STATISTICS (EXCLUDING SHELL)
MEDIAN GRAIN
SIZE (mm) 0.15 0.15 0.11 0.20
MEAN GRAIN SIZE 0.14 N/A 011 N/A
(mm)
SORTING (c) N/A N/A N/A N/A

*The -#10 material was utilized as the total sampie for Grain Size Distribution Curve calculations,




- Geotechnical Engineering
- Construction Materials Testing

PROJECT NAME: West Galveston Island Large Scale Beach Nourishment Project
‘ CLIENT: HDR, Inc.
BORING ID.: C-07
DESCRIPTION: South Jetty Borrow Source Area

PERCENT SHELL BY WEIGHT (BASED ON #10 SIEVE)

-22.7' TO -24.7' NAVD -24.7' TO -26.7' NAVD -26.7' TO -28.7' NAVD
0.30 1.40 N/A
ASTM % FINER BY WEIGHT AFTER REMOVING SHELL
MESH -22.7' TO -24.7' NAVD -24.7 TO -26.7' NAVD .26.7' TO -28.7' NAVD
#10 100,00 100.00 N/A
418 99 84 99.30 N/A
435 99.73 98.60 N/A
#60 99.54 97.40 N/A
#120 T R92 39.60 N/A
#170 71.18 38.80 N/A
#200 67.60 36.60 5.60
STATISTICS (EXCLUDING SHELL)
MEDIAN GRAIN
SIZE (mm) N/A 0.15 N/A
MEAN GRAIN SIZE N/A N/A N/A
(mm)
SORTING (o) N/A N/A N/A

*C-07, -26.7' to -28.7 NAVD was only passed through the -#200 sieve.
*The -#10 material was utilized as the total sample for Grain Size Distribution Curve calculations.




U.8. SIEVE OPENING IN INCHES | U.S. SIEVE NUMBERS { HYDROMETER
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M
g GRAIN SIZE IN MILLIMETERS
3 GRAVEL AND
@ COBBLES , S , SILT OR CLAY
z coarse | fine coarse 1 medium fine
!
5 Specimen 1D Depth Classification LL | PL Pl Cc | Cu
gle| Cc-07 (-8.710-10.7 NAVD) Borrow Area (-8.7' to -10.7" NAVD)
z
£
5
&
3
Z
5
@] Specimen ID Depth; D100 D60 D30 D10 | %Gravel| %Sand @ %Silt | %Clay
el c-07 (37 10-107NAVD)[ 1 0.161 0.108 0.0 83.0 15.0
il
£
3
a
-
g
g - GRAIN SIZE DISTRIBUTION
o Rock Engineering & Testing Lab., Inc. X X )
g 5817 Leopard St Project: Prop. Large Scale Beach Nourishment Project
5 I Toaphone: (351) 8854255 Locati r
E elephone. - ocation: . Tex
% Fax. (361) 8834711 South Jetty Borrow Source Area; Galveston, Texas
7 Nurmber: G108558




PERCENT FINER BY WEIGHT
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GRAIN SIZE IN MILLIMETERS
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COBBLES |

coarse

fine

coarsel medium \ fine

SILT OR CLAY

Specimen ID Depth

Classification

Ll

PL

Pi

Cc | Cu

C

07 (12710 -14.7 NAVD)

Borrow Area (-12.7" to -14.7° NAVD)

Specimen ID Depth D100

D&0 D30 D10

%Gravel

%Sand

%Silt

%Clay

C

-07 12,7 t0 -14.7 NAVD) 1

0.157 0.102

0.0

78.0

21.0

US GRAIN SIZE G1085588 PROP. LARGE SCALE BEACH NOURISHMENT PROJECT.GPJ US LAB.GDT 10/20/08

Rock Engineering & Testing Lab., Inc,

6817 Leopard St.

' ¥ | Corpus Christi, TX 78409
Telephone: (361) 883-4555
Fax: (361) 883-4711

GRAIN SIZE DISTRIBUTION

Project. Prop. Large Scale Beach Nourishment Project
Location: South Jetty Borrow Source Area; Galveston, Texas
Number: G108558




PERCENT FINER BY WEIGHT

U.S. SIEVE OPENING N INCHES | U.5, SIEVE NUMBERS | HYDROMETER
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GRAIN SIZE IN MILLIMETERS

GRAVEL SAND SILT OR CLAY
coarse | fine coarse| medium I

fine

COBBLES

Specimen ID Depth Classification LL | PL Pl Cc | Cu

C-07 -16.7 to-18.7" NAVD) Borrow Area (-16.7" to -18.7' NAVD) 1.06 | 2.32

Specimen ID Depth] D100 D80 D30 D10 |%Gravel| %Sand | %Silt } %Clay

C-07 (-16.7"10-18.7" NAVD) 2 0.185 0.111 0.0 87.0 12.0

JS GRAIN SIZE G108558B PROP. LARGE SCALE BEACH NQURISHMENT PROJECT.GPJ US LAB.GDT 10/20/08

GRAIN SIZE DISTRIBUTION

& | Corpus Christi, TX 78409
Telephone: (361) 883-4555 Location: South Jetty Borrow Source Area; Galveston, Texas

Rock Engineering & Testing Lab., Inc. ) . 3
@ 6817 Leopard St Project: Prop. Large Scale Beach Nourishment Project
Fax: (361) 883-4711

Number; 108558




U.S. SIEVE OPENING IN INCHES | U.5. SIEVE NUMBERS | HYDROMETER
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8 GRAIN SIZE IN MILLIMETERS
[#e]
3
g’ COBBLES GRAVEL‘ §AND , SILT OR CLAY
> comse |  fine  |coarse| medium | fine
[}
E Specimen ID Depth Classification LL | PL Pi Cc | Cu
£le C-07 (-20.7" 10 -22.7° NAVD) Borrow Area (-20.7" to -22.7° NAVD)
b
H
%
z
S
5
§| Specimen ID Depth| D100 Dg0 P30 D10 | %Gravel| %Sand | %Sit | %Clay
% C-07 (-20.7" to -22.7 NAVD) 2 0.226 0.136 0.0 80.0 19.0
(%]
]
e
3
B
2
:
g o GRAIN SIZE DISTRIBUTION
@ Rock Engineering & Testing Lab., inc, ) . )
i 6817 Leopard St. Project: Prop. Large Scale Beach Nourishment Project
wl| 4 & | Corpus Christi, TX 78409
Z Telephone: (361) 883-4555 Location: South Jetty Borrow Source Area; Galveston, Texas
g Fax: (361)883-4711
o Number: G108558




U.8. SIEVE OPENING IN INCHES ! U.S. SIEVE NUMBERS | HYDRCMETER
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8 GRAIN SIZE IN MILLIMETERS
3 GR AND
@ COBBLES AVEL, S . SILT OR CLAY
> coarse | fine cearse| medium l fine
[
5 Specimen D Depth Classification LL | PL i PI | Cc | Cu
gle| C-07 (-22.710-24.7NAVD) Borrow Area (-22.7" to -24.7' NAVD)
|
=
@
5
g
3
% Specimen ID Cepth; D100 D80 D30 D10 %Gravel | %Sand | %Silt %Clay
%‘ c.07 227t -247 NAVDY| 0.25 0.0 32,0 68.0
o
&
o
&1
&
]
g GRAIN SIZE DISTRIBUTION
o Rock Engineering & Testing Lab., Inc. - . .
u 6817 Leopard St, Project: Prop. Large Scale Beach Nourishment Project
ol o4 ¥ | Corpus Christl, TX 78409
z Telephone: (361) 883-4555 Location: South Jetty Borrow Source Area; Galveston, Texas
g Fax: (381) 883-4711
@ Number. G108558




PERCENT FINER BY WEIGHT
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GRAIN SiZE IN MILLIMETERS

"4 0.1

0.01
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GRAVEL

SAND

COBBLES |

coarse fine

coarse‘ medium | fine

SILT OR CLAY

Specimen ID Depth

Classification

LL

PL

Pl

Cc | Cu

C-07  (-24.710-26.7 NAVD)

Borrow Area {-24.7' to -26.7' NAVD)

Specimen ID Depth D100

D60 D30 D10

%Gravel

%Sand

%Silt

%Clay

c-07 (24710 -267NAVD)| 1

0.159

0.0

62.0

37.0

US _GRAIN SIZE G1085588 PROP. LARGE SCALE BEACH NOURISHMENT PROJECT.GPJ US LAB.GDT 10/20/08

A

6817 Leopard St.

& | Corpus Christi, TX 78409
Telephone: (351) 883-4555
Fax: (361)883-4711

Rock Engineering & Testing Lab., Inc.

GRAIN SIZE DISTRIBUTION

Project. Prop. Large Scale Beach Nourishment Project
Location: South Jetty Botrrow Source Area; Galveston, Texas
Number: G108558




PERCENT FINER BY WEIGHT
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GRAIN SIZE IN MILLIMETERS
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coarse l medium | fine

SILT OR CLAY

Specimen

ID Depth

Classification

LL

PL

Pl

Cc | Cu

c-08 (-27.110-29.1°NAVD)

Borrow Area {-27.1' to -29.1' NAVD)

Specimen

1D Depthl D100

D60 D30 D10

%Gravel

%Sand

%Silt

%Clay

C-08 (-27.110-29.1’ NAVD) 1

0.115

0.0

61.0

37.0

US GRAKN SIZE G108558B PROP. LARGE SCALE BEACH NOURISHMENT PROJECT.GP. US LAB.GDT 10/20/08

A

Rock Engineering & Testing Lab., Inc.

6817 Leopard St.

Corpus Christi, TX 78409
Telephone; (361) 8834555
Fax: (361) 883-4711

GRAIN SIZE DISTRIBUTION

Project: Prop. Large Scale Beach Nourishment Project
Location: South Jetty Borrow Source Area; Galveston, Texas
Number: G108558




