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Surfside 

Brazoria 

Sand and Shell, distinct hash towards base, 
(SP). 

Clay, gray, (CH). 

Clay, red, (CH). 
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Sample #1, Depth = 6.0' -14.0' 
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Borino 

DRILLING LOG (Cont. Sheet) 
, 

I"~';::"';d' UTMZo", 15 

I '=A.oo.' 
: -10,568 .• 56 v, ",. 0.0 Ft. 

CLASSIFICATION OF MATERIALS 'h!/" .... '[. Deptlls and "Iewtt .. "" b .. ~ .. " un measured values [.lio 

Clay, red, (CH). (continued) 

-30.0 30.0 

Stiff, motUed (tan, brown). Beaumont Clay, 
(eL). 

-37.0 37.0 

End 01 Boring 
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