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SUMMARY OF LABORATORY TEST RESULTS

Project:  Gulf Intracoastal Waterway near Sargent Beach, Texas Boring No. 92-129
Contract No. DACW64-92-D-0001 Delivery Order No. 0020 —
SPT Dry | Wet . Torvane
S#| Depth | PP | Blows Visual Classification USC|MC| Unit | unit| LL PL. Mechanical Analysis Shear qu
{ft.) (tsf) | per (%) | Wt | Wt [ (%) (%) % passing Strangth
foot (peh) | (pch #4 #10 | #40 | #100 | #200 (tsf) (tsf)
1 0-2 Brown,Sand,Loosa, Silty SM | 190
2| 254 3  |Brown,Sand,Very loose,Silty,w/shell fragmants SM {290
3| 456 4 [|Gray,Sand,Loose,Silty,w/shell fragments SM | 297
4 8-10 | 0.00 Brown,Clay,Very soft,w/silt pockets CH | 49.0
=
5 1012 | 0.00 Gray,Clay, Very soft &+ (5% [ B2 TE EF ‘;
il £ mes e |Fe | B2z v | el se Lz |rea
6 _1_2—14 0.00 Brown,Clay,Very soft,w/silt pockets CH | 595
7| 14-16 | 0.00 Brown,Clay,Very soft,w/silt and sand packets CH ;616] 64.0(1034| 76 [ 28
84 1617 | 0.00 Brown,Clay,Very soft,w/sand pockets CH | 609
8] 1718 Gray.Sand,Loose, Silty (\ SM {287
10| 1820 | 0.00 Brown,Clay.Very soft,w/sand parting and sand s CH | 612 74 | 25
pockets
11]20.5-22| 0.00 | W.O.P|Brown,Clay,Very soft,w/shell fragments CH | 60.9
! Py 7
MO [ A e .
121 22.5-24| 0.00 |W.O.P|Brown,Clay,Very soft,w/shell fragments CH | 598 69 | 28
NE v o b <
13| 24.5-26| 0.00 |W.O.P Brown,Clay,Very soft CH | 63.1
. I
P ) e e &

S#: Sample Number, PP: Pocket Penetromater Reading, USC: Unified Soll Classification, MC: Moisture Content
qu: Unconfined Compressive Strangth, WOH; Woelght of Hammer, WOP: Weight of Pipe
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