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Project :

Brazos Island Harbor Project, Brownsville Shipchannel near

Brownsville, Texas

SUMMARY OF LABORATCORY TEST RESULTS

Contract No. DACWB4-92-D-0005 Dellvery order No. 0018 Boring No. 93-330
SPT Dry Wet Mechanical Analysis Torvane
Depth PP | Blows Visual USC| Mc Unit § Unit | LL|PL % Passing Shear | qu

S# (ft) (tsf}| per Classlitlcation (%) wt Wt | (%) | (%) Strength

Foot {pct) | (pct) #4 | #10 1 #40 | #7100 | #200] (tsf) [ (tsi)
1 0-2 Brown,Sand,Loose, Siity SM
2 25 -4 9 Brown,Sand,Lcose,Slity SM
3 45 -6 8 Brown,Sand,Loose,Silty SM 99.9 1 99.7 | 99.3| 80.5 | 44.9
4 6-8 1.25 Dark gray,Clay,Stiff,w/mica CH | 289 92.6 [119.3]| 59
5 8-10 | 1.50 Browné&gray,Clay,Stitf,w/mica&ferrous nodules CH | 271
<] 10 - 12 | 1.25 Brown&gray,Clay,Stiff,w/ferrous nodules CH | 31.1
7 12 - 14 | 1.50 Brown&gray,Ctay,Stiff w/ferrous nodules CH | 32.7 54
8 14 - 16 | 1.50 Olive gray,Clay,Stit,Sandy,w/ferrous stains CcL | 22.2
9 16 - 18 | 3.75 Oliva gray,Clay,Verys sliff,Sandy,w/calcareous CL | 22.0

nodules&ferrous stains

10| 18 - 20 |45 + Olive gray&brown,Clay,Hard,Sandy,w/calcareous | CL | 19.8

nodules&lerrous stains

S # : Sample Number, P P : Pocket Penetrometer Reading, U S C : Unified Soll Classification, M ¢ : Moisture Content
g u : Unconflned Compresslve Strength, W O H : Weight of hammer, W O P : Welght of pipe
Geotest Engineering, Inc.
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B.I.H. DISPOSAI. AREA NO. B

COORDINATES

CORE BORING x ¥ N-.8. ELEV.
3-300 23 43 789, 02 /03773.22 /2.5
F3-32e 2364 323,55 /03856, 5 2.4/
53-322 2364 04, Yl /040 69,99 /749
93-3£3 2365323793 /043311 17,20
93-384 23656o?2 oo /04552, 19,75
93-325 23466 723,53 /045 92,72 20, BY
93-326 23665787/ /04834, 4b /589
93-327 2367089, 58 /04 956.07 22.4L8
93-328 2367537 .78 /0579197 Z23.08
93-329 A368o0/sy. 2) /05329, 1) 0. 39
93-33a 21368 446.83 /055 &/, 97 ] 2.2 1
93-331 2368574 14 /046325, 29 14,0
53-332 2368 570,00 /03633, 81 I3
53-333 23 68542, b }9Ab 33.H7 12, 65
93-334 1368 5¢8.39 1616 34,332 /19l
93-335 2348 538.72 /006854.38 /0.40
93-336 2368042.63 ]066 75 22 /6. 87
93-337 2136723744 1007208, 1Y ] 0,50
93-338 243672149 00 /017 07.25 10, 6O
93-339 2367 245,36 /100 06,57 /08
93-34@ 236722153 JOLT 47,93 /344
93-341 1366 05, L7 /021743, 50 /2.20
93-342 23465 903,77 Jo2710.82 12,98
93-343 2365205, 4l Jo2690. L7 12.2-9




